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FOREWORD
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June 30, 1977.
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SUMMARY

This report presents the results of a three-year effort to study the

ceramic processing of the silicon-alumi num-oxygen-nitrogen materials (Sialons)

funded by the Air  Force Mater ials Laboratory, Wright-Patterson Air Force Base,

Ohio. Processing studies were necessary because detailed knowledge of the

“new ” sialon systems was not generally available. There was also a need to

reproducibly fabri cate sizeable specimens for test and evaluation. Finally,

the sintering mechanism was complicated because it Involved a liquid phase

which could vary in composition by both choice of starting materials and

processing techniques . This liquid phase in turn had a profound effect on

the mechanical properties , particularly at high temperatures, of the mater ials
- develo ped. Thi s report fi rst descri bes the initial fabrication and properties

of compositions wi th del iberate additives and culmi nates in the description

of the fabri cation of Si 3N4-based ceramics of up to 82 M/0 Si 3N4 wi th a

minimum of second phase content and hence , good strength retention at h igh

temperatures .

In itial processing studies centered on careful mixing of fine particles

of starting materials to limi t processing contami nation by using a Waring

blender technique which was found to be useful in previous work. MgO was

added as a sinteri ng aid in quantities up to 13.5 M/0 to promote a silica—

magnesia glass phase whi ch greatly enhanced consol idation during firi ng.

The ser ies of MgO doped mater ials sintered erra ticall y as a resul t of

the low viscosity silica-magnesia glass phase which generated “foamy” micro-

• structures during high temperature firing by decomposition of silicon nitride .

The firing of these compositions was control led by mineralizing the alumi na

additi on so that the componen ts of the glass phase were already incorpora ted

x i v
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• into the starting “powder” materials. Mineraliza tion ensured that the

necessary liquid phase for sintering was made availabl e at the right place,

at the right time, and of a more favorable viscosity (or reactivity) range;

this markedly increased the practical firing range of the resulting sialon

bodies. Fully dense bodies without size limi tation (other than furnace

capacity) were fabricated using the mineralization technique.

Process ing stud ies were a l so made us ing the “technique” reported most

in the literature (intentionally or inf erred) of allowing grind ing media to

H contaminate the starting ma terials. This program, however, introduced one

important variation in that the grinding media used during this study were

sialon balls formed previously by the mi neralization process. This method

for adding sintering aids was very effective when pick-up during milling was

controlled by weighing the mill change as a function of time. A 10% pick-up

by weight was needed to ensure sinterinq to high density with sialon

compositions of up to 87 W/0 (i.e. to over 80% by vol ume) silicon nitride .

Other processing variables were evaluated during this work including the

effect of aluminum nitride additions on sintering rate and the effect of

various sintering atmospheres on ultimate density. The dual role of A1N was

interesting in that it provided a means for remova l of excess silica to form

slalon whi le simul taneously controlling sintering mechanisms . Increasing

A1N additions decreased sintering ability since A1N combined rapidly with

availabl e silica and prevented adequate liquid-phase formation. Since this

was counter to enhanced densification during in itital sinter ing, it was found

desirabl e to place A1N within the sialon mix In a manner which would delay

this reaction until after densification was completed . Mineralizing was used

xv



as one approach , using composition-control led grinding media was a second

approach (actually, mineralizing the sintering aid would be a better

description of this mechanism). Simpl e mixed (unground) sialon compositions

would not readily densify without an abundance of sintering aids and the

concomitant problem of “foaming ” which would resul t from the presence of

• excess l iquid at high temperature.

The strength of sialon materials made on this program was up to 400 MPa

(60 KS!) in 4-point bending at room temperature. All testing was done on

specimens cut from bulk material rather than on Individually fabricated small

test bars and thus better represents realistic engineering properties which

may be expected in larger scale component fabrication. High temperature

mechanical behavior was dependent upon the nature of the grain-boundary phase

after sintering . When this remained glassy , viscous flow along grain boundaries

would be expected and was observed. When the boundary phase was assimilated

into the grains or converted to a refractory crystalline second phase, the

material would remain strong at high temperatures. Material tested during this

• work behaved in a similar manner to hot-pressed Si3N4 as a function of test

tempera ture indicating the presence of a 9i3SS~ phase which al lowed the

material to flow plastically above 1200°C. Thermal aging experiments on some

materials indicated that higher stress level s could be attained without

deformation presumably as the remnant glassy phase was crystallized.

The oxidation behavior of sialons with few exceptions was better (lower

weight change) than hot-pressed Si3N4. Thermal expansion was essentially the

same as hot-pressed Si3N4 while elastic modulus was lower and was proportional

to the Si 3N4 content.
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During the latter part of the program, the processing study was

focussed on application of sia lons to radomes and IR dome structures.

Accord i ngl y, the best material developed to that date was used to show

feasibility of fabrication of such shapes by slip casting and jiggering .

Many samples were del ivered to AFML for evaluation of reflectivity,

microwave properties and rain erosion resistance. These tests are

continu ing at AFML under the direction of Dr. P. L. Land .

xvii •
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SECTION I

INTRODUCTION

This program was designed to Investigate methods of fabricating ceramic

materials with structurally useful thermal and mechanical properties from

solid solutions of silicon, nitrogen, and metal oxides. The investigations

included studies of the relationship of precursor powders and processing

methods to the resulting composition and microstructure of fabricated

specimens and, in turn, the relationship of these compositions and

microstructure to the mechanical properties of the fabricated specimens.

Emphasis was placed throughout the program on the use of conventional but

controlled ceramic powder processing, fabrication of green shapes, and firing

procedures, to achieve high density in the components using pressureless

sintering techniques. Materials studied on the program were formed exclusively

from compositions within the silicon—aluminum—oxygen—nitrogen system which

are generally referred to as sia.ions..

The stimulus for this work was the data reported almost simultaneously by

Jack (1,2,3) and Oyama (4 ,5,6) that the extensive solid solutions which exist

in the S13N4—Al203 system result in materials which may have unique properties

and may be read ily fabrica ted to high density by pressureless sintering
(7 ,8)

techniques. Studies of sialons at Lucas in England showed that

materials with attractive mechanical and thermochemical properties could be

produced, at least by the hot—pressing route, and that single—phase materials

existed over only a narrow range of compositions represented by the formula:

Si(6 7) Alz N(8_z) 0z

1



The potential for development and exploitation of aialon materials

particularly by the pressureless sintering approach led to the initiation of

this work and several similar programs~9”°”2~. During the course of

this work it has been demonstrated here and elsewhere, particularly at Lucas (13) ,

that dense materials can be achieved by pressureless sintering from a wide range

of compositions and with properties amenable to exploitation in hazardous thermal,

chemical , and friction and wear environments.

Tsuge et ai~
’4
~ showed that 6—Si3N~ could accommodate up to about 60% by

weight of A1203 in solid solution without major change of crystal structure but

with increasing ‘a’ and ‘c’ unit—cell dimensions as the A1203 concentration

increased. The phase diagram for the sialon system was established by

Gauckler et al~
1
~
5
~ and further work has been performed by Jack

U6)
, LaydenU°),

and Land et ai (12)
. Somewhat different phase diagrams have been determined by

Land et al~
12
~ and by LaydenUO) from pressureless sintering studies but such

differences are to be expected given the wide variety of processing conditions

and potential mechanism for compositional changes. No specific phase equilibria

studies were performed on this program and the compositions and fabrication

procedures were designed as far as was practical to be consistent with the

formula established by Lun~by and the narrow phase field for achievement of

sinRie—phase structures observed by him (Figure 1) and developed in more detail

by Cauckler (Figure 2) (15) . The wide range of phase stability previously outlined

by Jack (1,3) 
were no doubt multi—phased compositions involving at least some

silicate glass. It has been shown that other stable single—phase materials of

increasing solid solubility can be obtained in the Si—O—Be—N system~~
7
~ as well

as in the Si—O—A1-N systeln(’5) in directions which extend along lines of

constant cation/anion ratio other than 3/4, and that many interesting materials

may exist in these and similar systems~~
6
~. The current phase diagram for the

sialon system based on the work at Newcastle is shown in Figure 3 (16)~

2
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Si6_zAlzOzNs_~ for the Single—Phase Sialon Materials 

(8)
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Figure 2. Isothermal Section Si3NL—A 1N—A 1203 of the System
Si—Al—O—N at 1760°C. (gashed lines are tentative for a
temperature slightly below 1760°c) after Gauckler et a]. (15).
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The rapid formation of the 3’ solid solution in sialon systems and the

ease with which impure “sialon” compositions could be densified by sintering

were manifestations of the operation of a liquid phase sintering mechanism.

It was clear at the outset of this work that a primary objective must be to

achieve densification with a minimum of impurities or densification aids and to

eliminate or at least minimize the presence of a liquid phase at the conclusion

of the densification process. In previous studies the present authors had

exploited this type of technology to develop dense sintered spinels in which

additives were used to encourage liquid phase sintering in the initial

densification stages and then removed or included into the solid solution by

careful control of temperature and atmosphere in the final stages of

(18,19)densification . As will be discussed , this mechanism was made to operate in

“sialon” systems and has more recently been termed “transient liquid phase

sintering” in other studies in the sialon system (10,11,20) taking advantage of the

low melting compositions which exist in the Si02—rich corners of the phase

diagram (Figure 3).

The present work explored fabrication variables in the sialon system so as

to obtain an understanding of the means whereby dense single—phase materials

might be achieved. It will be shown that materials in the sialon system can be

readily fabricated by conventional ceramic processing and fired under controlled

conditions to produce structural ceramics which, except for lower as—fabricated

strengths, have properties comparable to Si3N4—based materials produced by more

• complex and expensive methods. The properties of the materials described have

not yet been optimized by concentrating on the production of any single

composition. However, sufficient data have been attained to indicate that

5



materials in the sialon family warrant further study for an application

in which their attributes of low—cost large—scale fabrication and

insensitivity to specific starting materials may be focussed on, and the

properties optimized for, the requirements of that particular applications.

The work to be described is divided into two major sections. Section Ill—i

discusses preliminary experiments which covered the first half of the program

and involves the preparation of ‘sialOfl’ materials using simple blending tech-

niques in an effort to avoid contamination which accompanies ball milling

techniques. Section 111—2 covers the latter half of the program in which

variants of ball milling techniques were used to produce sialons using various

mineralizing techniques based on the results of the preliminary experiments

in which the important processing variables were identified and their roles

evaluated.

Discussions of the properties of sialons are separated between these two

sections since the two general families of materials differed significantly.

The preliminary work generally produced glass—bonded materials with inferior

high temperature properties and glassy oxidation products. It was, nevertheless ,

shown that simple processing techniques could be employed to produce sizeable

components of a single crystalline phase content (? — Si3N4 solid solution

with generally low S13N4 content of the order of 50%). The later studies

particularly those employing sialon milling media demonstrated that composi-

tions rich in Si3N4 could be readily fabricated with a minimum of glassy

grain boundary phase and hence with properties appropriate to several poten-

tial structural applications . These materials also possessed essentially 
only6
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one crystalline phase (139 Si3N4 solid solution) and as a result of in—

provements in firing techniques, the reproducibility of specimen preparation

was assured. Compositions from this phase of the program are being studied

further in other ongoing programsat GE and AFML.

1.
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SECTION II

EXPERIMENTAL PROCEDURES

1. Powder Processing

Three basic methods of powder processing were used during this study.

These were: mixing of powders with a Waring blender (R), milling of powders

separately in a high alumina mill and combining them into appropriate corn—

positions, and milling sialon mixtures using a polyurethane—lined mill with

sialon grinding media.

a. Waring Blender Mixi~~

Figure 4(a) shows a flow diagr i~n of the processing steps used

to produce slalom material by the Waring Blender (R) approach . This technique

provided a rapid means for making low containment powder mixtures when the

blade material was chosen carefully. For powder mixtures containing alumina

an aluminum blade was an ideal choice in this respect . The addition of para—

f fin as a pressing lubricant and inclusion of a pelletizing step in the powder

processing produced specimens of highest green density which led to highest

fired density. Materials with sintered densities of 95—98% were not uncommon

for MgO—doped sialon bodies processed by this method.

It was also noted that ore—f in ns (at 1000”C for 2 hours in air)

reduced the amount and incidence of bloating durin2 final firine for slalom

comnositions based on 60% S13N4 containine uo to 13.3% MaO by veicht. This

ore—reaction steo anneared to convert the simole nowder mixture into a more

stable. refractory form avoldine some liquid intermediate ohases. Subsequent

x—ray analysis did confirm the formation of magnesium aluminate spinel in pre—

firing. As it turned out, pre—firing partially accomplished a form of

“mineralization” of the simple oxide components and the liquid portion of the

sintering system during firing which is deemed essential for densification of

sialon materials.

8

— ~•-~~~~~~• • •~~~~~~
- -

~~~• •~~~~~• ••



..
~~ ~~rrinnnr~iI.. • •

L... ......i L...J L...... .J L.J Li I °I I-I~~~ C~

O r l E~~~

~llI I 1k I I
LiU1LVIU!h~ 0 0) rl ,.4

9



•- --~~~~~~~~~ .- -~~~~~~~~~~~~ ~~—-• - •—- -
~~~~ •~~~~~~~~~~ -~~~-~~~~~~~~~~~

- 
~~~

•- -
~~~
— 

~~~~~~~
-
~~~~~~~~~~~

- --
~~~~~~

b. Milling

The —325 mesh particle size of AXE powder (See Table 1) was not

ideal for incorporation into the sialon mix since the other constituents ,

Linde A alumina and Baker MgO , were in the submicron range (0.3 — 3 urn) and

thus the mixing and sintering behavior of the mixtures was not optimum for

ceramic processing. This led to incomplete homogenization when only mixing

by blending. Although it was felt that further comminution of the AXE powder

to a comparable particle size would lead to additional contamination and

further degradation in terms of inhomogeneous microstructure and mechanical

properties , it became apparent that maximum densification would not be reached

unless starting powders were of about equal particle size and in a size range

to promote active sintering, even though a liquid phase was present during

sintering. Therefore , sialon mixtures were subsequently prepared by milling

to reduce the particle size of the ÂME S13N4 by up to an order of magnitude.

The more favorable particle size distribution also reduced sintering times,

sintering t emperatures , and compositional inhomogeneities . DuPont S13N4

powders (Table 1) were supplied as 0.1 pm diameter amorphous particles but,

unfortunately , the silica content was extremely high , and their f l u f f y  nature

• necessitated double processing by pressing, firing, grinding , re—pressing

and f i r ing again to achieve reasonable final density which led to further con-

t amination and loss of compositional control.

Figure 4(b) shows the incorporation of milling into the pro—

cessing schedules using high alumina mills and grinding media.

It was determined earlier that a pre—sintering treatment con—

trolled bloating in the 60% Si3N4 sialons containing up to 13.3% MgO by weight. •1

This pre—reaction step was thought to reduce available silica, convert the powder

10
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TABLE r MA’IERIALS USED DURING THIS STUDY

Material Vendor Remarks

Si3N4 ÂME (England) 85% a , —325 mesh

S13N4 DuPont Amorphous , Subinicron

Si3N4 GTE - Sylvania Amorphous

S13N4 CTE — Sylvania a

Si3N4 Plessey
(Frenchtown )

A1203 Linde, Air Products a aluminum, 0.3 pm
Division particle size

NgO Bakers Reagent 0.1 — 0.3 pm particle
Grade size

A1N Cerac/Pure —200 mesh

Ceram/ Pure —325 mesh

— CeO2 Fisher Scientific 99 .5%

Zr0
2 

Fisher Scientific “Purified ”

La203 Moly Corp. 99.9%

11



mixture into a more stable refractory form , and avoid a liquid intermediate

phase. It is now believed that the pre—sintering step caused agglomeration

of the Si3N4 with whatever MAS glass (MgO—Al203—Si02) was available at that poin t

in the processing.

Figure 4(c) shows the flow diagram of the processing followed

when a polyurethane—lined mill, slalom balls, and a mineralization technique

were used to control the liquid phase sintering additives. Rather than rely

on mill wear to add glass—forming contaminants such as silica, magnesia and

calcium , these materials were added to the alumina component of the sialon

composition, calcined for “mineralization” (and homogenization) and milled to

a fine par ticle size during sialon mixing . This technique led to sialon corn—

positions with a broad firing range and with “liquid ” phases less suscep tible

to low temperature A1N reactions which would otherwise reduce the total liquid

(sio2 and silicates) volume available to aid densificatlon. As the study pro-

gressed , the amount of liquid fortners was reduced to a minimum in order to

maximize high temperature properties. This phase of the work utilized only

sialon ball wear itself to furnish the “liquid” necessary for sintering to

high density, i.e. no sintering aids added separately.

As will be discussed later, another reaction occurred simultaneously

during processing in the form of a consistent reduction of available A1N due to

oxidation and water reaction to form NH3 (gas) and Al (OH ) 3. As will be discussed,

and has been shown by others~
20

~ , the reduction of available A1N in the system in

effect results in greater liquid content since the Si02 
content is not reduced by

A1N reaction and thus remains available as liquid silicates to enhance sintering.

This inhibition of A1N activity occurs both by direct conversion of A1N to

and by indirectly reducing the activity of A1N by coating each par ticle with an

Al(OH )
3 (A1

2
0
3
) reaction layer.

12
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r
c. Firing

Firing of sialon compositions was performed in a molybdenum box

packed loosely with “sialon” powder and covered with a molybdenum lid. The

retort was covered with molybdenum foil and the assembly fired in a hydrogen

furnace to temperatures up to 1770 C for various times. Figure 5(a) is a

schematic of the technique used . The Sialon packing material tends to adhere

to the surfaces of rectangular blocks of fired Sialon but removal of this ex-

cess “scale” by grinding operations is not difficult . However, intricate shapes

such as turbine blades and domes are less readily cleaned—up if adhering scales

persist a f t e r  firin g — particularly if the components have thin walls. Pure

S13N4 was used in several attempts to achieve a non—sintering and readily re—

• movable packing material but this led to excessive silicon formation (in the H2

ambient) and reaction with the molybdenum boat and firing retort . A parting

compound was required which would allow the fired component to be readily re-

moved from the packing material and at the same time avoid problems with silicon .

A duplex coating was developed which both aided in scale removal and helped to

prevent silicon depletion in the surface of the fired slalom . A thin layer

( .050”) alumina—alcohol slurry was first sprayed or painted onto the unfired

sialon component followed by another thicker layer of a blended slurry con-

sisting of 1/3 Si3N4— 1/3 Al203— 1/3 A1N (by weight). The part was then packed

in the loose sialon mix as shown in Figure 5(b) and fired. Although samples

were originally inserted into the furnace at 1500 C and the temperature then

rapidly raised to 1700 C , further studies showed that a slow f ire, starting

- at 1200 C and increasing to 1700 C at 50 C/hr. was more beneficial. It was

shown that the slower firing schedule in effect allowed more time to presinter

r (densify) the jodies: some densification was observed at temperatures of

1500 — 1600 C before complete conversion to 8’—sialon. This pre—sintering

13
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resulted in a very low weight loss. The initial procedure of plunging speci-

mens into the furnace at 1500 C caused excessive volatilization from the low

density,  open structure, and, although the later compositional practice pre-

vented such volatilization, the slower firing was adopted and pref erred for

maximum fired density . Fired samples were usually withdrawn directly from

1700 C into a water—cooled entrance compartment of the furnace; however, larger

blocks suffered thermal shock damage when rapidly cooled , therefore , the larger

samples were allowed to cool in the furnace before removal (about 12 hours to

room temperature).

A f iring retort was designed and fabricated with a sealable loading

port using molybdenum for the high temperature chamber and 304 stainless steel

for the portions of the retort which extend into the water—cooled furnace

chamber. This retort is also shown in Figure 5(c). A high temperature

chamber 2—1/4” x 2—1/4” x 20” long was thus available for controlled atmosphere

sintering. Weight loss was completely controlled and minimized using this re-

tort with specimens surrounded by sialon powders as described above. Dense

single—phase materials were prepared in both retort systems shown in Figure

5(b) and 5(c) when specimens were packed in sialon powders and N2/H2 atmos—

phere control was Imposed.

d. Hot Pressin&

Brief studies of densif ication under pressure at 1500 C and

1700 C were performed during preliminary work to facilitate removal of porosity

from compositions for which optimized sintering conditions were not then

achieved . These specimens were pressed in boron nitride coated carbon dies at

20 MPa (3000 psi) for times to one hour in a Vacuum Industries , Inc. hot press

apparatus .



Densification under pressure was readily achieved in compositions

containing MgO , however , only a minimal effort was expended on this process

during this program since high density was achieved by pressureless sintering

of similar compositions under appropriate conditions. It appears that hot

pressing is not necessary for the fabrication of sialon compositions of high

density and good mechanical properties even with compositions as rich as 87

W/0 Si3N4 as will be shown later. Recent work at Lucas has confirmed that

properties previously attained and reported in hot—pressed sialon materials~,~
Including excellent creep resistance~have been achieved by pressureless sin—

tering U3) although processing details have not been released .

4
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SECTION 11.1

RESULTS AND DISCUSSION

1. Preliminary Experiments

a. Preparation of slalom powders.

Patent p rocedures (21,22) were followed in an attempt to form

S13N4 which in turn might react with added A1203 to form sialons in—situ . Al—

though some Si3N4 was always produced , no sialons were ever detected and further,

the S13N4 reactions never went to completion. It was concluded that using

available Si3N 4 powder starting materials would be a more fruitful approach to

sialon production and this phase of the study was terminated.

b. Sialon Sintering Studies

Table 2 shows some of the preliminary “slalom” compositions

studied and the weight loss and fired densities attained from these composi-

tions af ter 1 hour and 3 hours at 1700 C in N2/H 2 .

TABLE 2 — PRELIMINARY SIALON COMPOSITIONS (IN WEIGHT PERCENT) AND DENSITY
AND WEIGH T CHANGES AFIER FIRING AT 1700 C FOR VARIOUS TIMES .

Wt. Loss % Density (gm/cc) at 1700°C
Si3N4 Al203 1 hr 3 hr As pressed After 1 hr. After 3 hrs .

90 10 7 10 1.5 1.6 1.6
80 20 7 10 1.5 1.65 1.65
70 30 7 10 1.5 1.70 1.70
60 40 5 8 1.5 1.80 1.80
50 50 4 7 1.6 2.0 2.0
40 60 3 5 1.65 2.3 2.3
30 70 3 4 1.7 2.6 2.6
20 80 3 4 1.7 2.8 2.8
10 90 3 4 1.8 3.4 3.4

Fifty grain batches of each composition were mixed using powders of

Linde—A Al203 and ÂME Si3N4 in an aluminum bladed Waring Blender with alcohol

as previously discussed . X—rays confirmed Jack ’s results (4) that more than 702

alumina by weight could be dissolved in S13N4. However, unlike others 
(9,12) no

• “X” phase could be detected in any sintered material (including MgO—doped material).

17
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Since no reducers of silica such as carbon or aluminum nitride were added, it

was specula ted that the back—diffusion of hydrogen during final sintering was

responsible for the lack of oxygen—containing phases since hydrogen is a potent

reducer of S102 at high temperatures. Weight loss measurements indicated that

material was volatilizing as a function of both time at temperature and of

composition. This weight loss was in part the silica associated with S13N4 and

MgO in the case of MgO—containing materials . Sintered bodies had a white sur-

face layer a few sills thick which was depleted of both silicon and nitrogen.

These preliminary sialon bodies did not achieve high density until

excessive amounts of alumina were added . Also, all of the shrinkage occurred

within the first hour at temperature confirming that sintering in this system

was indeed rapid , presumably involving liquid phases. X—ray evidence nevertheless

indicated that the nature , amount , and distribution of the crystalline phase could

be changed and homogenized by firing for longer times. The addition of magnesia

as a sintering aid to slalom and silicon nitride compositions has been well

documen ted , (1,4,9) 
and bodies have been readily sintered to densities of 95 to

98% of theoretical which makes the material attractive from a fabrication stand—

point. However, poor creep resistance at high temperatures has di8couraged this

approach because films of glass or low—melting silicates form at grain boundaries

by r~action of MgO with the silica associated with Si3N4 particles.

Table 3 is a list of the MgO—containing compositions which were

evaluated and shows the final densities (fired shrinkage) achieved after various

times . The Si3N4 content was maintained constant at 60 W/O and the alumina—

magnesia ratio was varied. Additions greater than 5% MgO do not show appreciably

greater shrinkage after one hour pre—f ire in N2 followed by N2—H2 firing . It was

noticed , however, that the 10.8 and 13.3 W/O MgO mixtures bloated after fInal

firing. Prefiring these mixtures for longer times accomplished two objectives :

18
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(a) bloating was reduced and (b) higher final densities were achieved.

TABLE 3 — COMPOSITION S OF SIALON S CONTAINING MgO IN WEIGHT
PERCENT WITH SHRINKAGE AND WEIGHT LOSS DATA
FIRING AT 1700 °C

% Linear Shrinkage at 1700 C Wt . Loss %
Si 3N4 Al203 MgO 1 hr .  2 hrs . 3 hrs . 1 hr/l700 C

60 40 1/4 7 10 11 13
60 39 1 9 10 10
60 37 3 10 11 12 12
60 40 5 13 15 16 10
60 32 8 14 16 16 8
60 29.2 10.8 14 16 16 5
60 26.6 13.3 14 15 15 2 -

(Composi tions with 10.8 and 13.3 W/O MgO were chosen to provide

a stoichiometric magnesium aluminate spinel with the available Al203 in the case

of the 10.8 material and a magnesia—rich spinel for the 13.3 material).

The weight loss of 60% S13N4 sialon material as a function of MgO

content shows that more dense bodies lose less weight under the used N2 / 112

atmosphere.

Other investigators (9,10) had employed sistering atmospheres with

access to carbon from furnace hardware or pressing dies during formation of sialons.

To approximate this condition, a mixture of 10 parts carbon, 10 parts silicon and

50 parts alumina by weight was used to cover the specimens during pre—f ire and

final firing. The weight—loss using this approach was reduced by a factor of 2 but

examination of fired microstructures showed that a “rind ” of dense (silica—rich)

material had formed, trapping less dense material inside. This result is similar

to that described by Lange~
9
~. It was concluded that although the material loss

might be reduced by adding carbon to the system, the t rapping of porosity was not

desirable.

The above experiments were repeated using AME Si3N4 powder as a

covering material during firing. This technique produced material with no

19 
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loss in weight but which remained porous and retained a “rind ” effect .

An average bend strength of 293 MPa (44 ,000 psi) was measured fo r

13.3 W/O MgO material at room temperature .

c. Microstructural Studies

Preliminary examination of polished sections of fi red specimens

showed evidence for a general multi—phase structure particularly in specimens

induced to densif y by the addition of MgO. Areas of varying reflectivity, of

much greater size than the initial particle size in some ins t ances , were observed.

The nature of these phases was stud ied primarily by x—ray diffraction analysis

as summarized in the next section . Polished sections showed that all specimens

contained remnant porosity . Essentially single—p hase mate rials were observed in

low density specimens with no (or small) MgO additions.

Figure 6(a) is an x—ray scan of the 50/50 composition from Table

II. This composition contains only S13N4 and A1203. Notice the presence of “X ”

phase. Figure 6(b) shows the multi—p hased st ructure of the 13.3 W/O MgO corn—

position af ter 1 hour at 1700 C while Figure 6(c) shows the structure after  2

hours at 1700 C. Notice the marked decrease in intensity of the MgAl2O4 lines

and the lack of n Si3N4 as compared to 6(b) . These results suggest that longer

times at temperature would further homogenize this composition and most probably

other sialons

d. Sialons Formed From Amorphous Si3N4 Manufactured by DuPont

DuPont Si3N4 appeared ideal from a powder morphology standpoin t

since it was of uniform sub—micron size which fitted the criteria for sistering

to high density more closely than the —325 mesh AME material normally used .

Accordingly , mixtures conta~~ing A1203 ÷ 8 weight percent MgO and A1N were made

as summarized in Table IV. These mixtures were fired to 1550 C’23~in a standa rd

N2—H2 atmosphere. The MgO—bea ring material sintered well but the material wi thout
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Fi gure 6. (a) X—ray trace of sialon sintered in N2 /H 2 atmosphere .

Some X phase but no Y phase . (b) X—ray trace of slab s +
13.3% MgO showing multiplicity of phases due t .
incomplete reaction of starting powders a f te r  1 hour at
1700°C in N2 /H 2 atmosphere. (c) Same specimen as (b)
but sintered for 2 hours at 1700°C . Note more complete
reaction of ~—Si 3N4.
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MgO did not. X—ray analysis showed an extremely complicated pattern which was

not fully identified. The inhomogeneity of the material was observed during

electron problem microanalysis of these specimens. However, when fired to

1700 C, the composition containing 8% MgO produces a clean E ’ sialon x—ray

diffraction pattern although the resulting body suffered extreme weight loss

~“2O%) and exfoliated taking on the appearance of popcorn . It was obvious

that the start ing material had a high silica content which was rapidly reduced

at high temperatures. Bodies made from pre—reacted powder sintered as well as

the pre—reacted material made from ÂME powder with 8% MgO. The addition of A1N

to any of the mixtures from Table ~ was not beneficial under the processing

conditions employed.

TABLE 4. SIALON COMPOSITIONS CONTAINING DUPONT
Si3N4 (IN WEIGHT PERCENT )

DuPont Si
3
N4 A1

2
0
3 

MgO A1N

60 40
60 32 8
58.5 39 2.5
57 38 5
54.5 36.5 9
54.5 29.2 7.3 4.5

a. Sialons Containing A].N

A series of compositions containing 60/40 Si3N4/A 1203 were made

which contained 5, 10, 15 and 20% A1N. These compositions would pass through

the low thermal expansion composition area reported by 0yama~4)for  this “ternary”

system. Specimens fabricated from these compositions did not densify signifi—

cantly indicating the adverse effect of A1N on sistering as shown in Table 5:

thermal expansion measurements were not made on these porous materials . As will

be shown later , such compositions could not sister without additional sistering

aids and/or riineralizing of sintering aids within the alumina component so as to
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retard the reaction rate of Si02-A1N and thus prevent the reduction of available
- 

sintering liquid.

TABLE 5. EFFECT OF A1N ON FIRING SHRINKAGE OF
60/40 S13N4/A1203 DISCS

Weigh t Z A1N Firing Linear Shrinkage

0 10
5 10
10 7
15 5.5
20 3

f. Hot—Pressed Sialons

Hot—pressing affords the opportunity to produce ceramic specimens

in closed systems less subject to volatilization phenomena and provides the

ability to achieve densification without reliance on significant amounts of

sintering aids. The presence if Si02 and the formation of MAS glass in the

sialon compositions containing MgO as a sintering aid is a decided advantage

during hot pressing since the well—distributed liquid makes an excellent inter—

granular “glue”. Further, because the die isolates and confines the samples,

volati lization is not a serious problem when compared to sialon densification

by conventional sintering. However, the retention of in—situ siliceous films

on grain boundaries and the formation of uncontrolled multi—phased structures

(“X” phase, “Y” phase, etc.) may not be desirable for optimum properties of

fired bodies.

Hot—p ressing can only app roximate structures produced by sistering

and , although the starting compositions may be identical, the final compositions

may d i f f e r markedly because of differences in material lost from the die , or

f rom the open system . For these studies, however, dense pore—free specimens were
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required from compositions under investigation in the sistering program before

optimized pressureless sintering conditions had been developed. Hot—pressing

appeared to be an acceptable and rapid processing method and a few samples of

MgO—containing material were densified by this process.

Samples 36 mm in diameter by about 6 mm thick of 8% and 1% MgO

compositions were fabricated by hot pressing in a BN—coated graphite die at

10 MPa (1500 psi) for 30 minutes at 1700 C in l0~~ torr vacuum. The ability to

- 

I maintain vacuum was influenced by volatilization of the specimen unless pressure

was applied early to isolate it in the die; specimens of 13.3% MgO were fabri-

cated in N2. Figure 7 shows the typical microstructure of hot—pressed 8% MgO

and the x—ray diffraction data for this material. When compared with normally

sintered material (Fi gure 8) the coarse multiphased structure obtained by hot—

pressing is readily apparent. A portion of this material was “homogenized” by

heating in N 2 —H 2 atmosphere at 1790 C for three hours . Figure 9 shows the micro—

st ructure and x—ray results af ter  this treatment . It is apparent that both the

microst ructure and the phase composition was altered by the homogenization treat— -

ment . X—ray results from hot pressed 13.3% MgO materials are shown in Figure 10.

Hot pressing of various compositions proved a useful method of

comparing materials; however, it was clear that compositions should be

modified if good single—phased ~ sialon materials were to be obtained by

hot pressing since, in the absence of atmospheric removal of S102,

significant additi~nc of A1N would be required to compensate for the Si02

present in the initial mixture. It was clear that correlation of sintering

and hot—pressing data in the sialon system could not be made on the basis

of starting compositions. Considerable weight loss has been reported for

hot pressed materials (11) and the final compositions are unknown. This is of

course also true for conventional sintering processes with weight losses

24
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Figure 7. (a) Micro—structure of hot—pressed 8% MgO Slab s ard (b)

x—ray diffractometer trace of the1
saine structure showing

multiple phases ~ and B S1
3
N4 , B and MgA12O4.
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Figure 8. Typical inicrostructure of a 60:40 Sialon (doped with 5% MgO)
processed under standard conditions. The grain structure on
the polished section is not readily distinguished and ,
except for islands of porosity and metallic inclusions, the
material appears essentially single—phased .
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Figure 9. (a) Microstructure of hot—pressed 8% MgO material (same
specimen as Figure 7) after a homogenizing heat t reat ment
at 1700°C for 2 hours in N2—H2, (b)~ x—ray dlffractometer
trace of structure shown in (a). B Slab s is the only

phase detected .
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Figure 10. X—ray diffractometer trace of hot—pressed 13.3% MgO Slab s
under conditions which produced “Y” phase, B’Si3N4 and
large quantities of glass.
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but the mechanisms may differ  and be more sensitively influenced by the

ambient atmosphere. Therefore, although densification may be facilitated

by hot pressing and this may be useful in some specific experimental studies,

the major emphasis of this program was on conventional sintering enhanced

by ambient atmosphere control and the use of fugitive sintering aids which

may be removed in final—stage sistering or incorporated into the final

crystalline product. Therefore, hot pressing was not pursued in any more

detail .

g. Thermal Expansion of Slab s Materials

A summary of the thermal expansion data accumulated during the

initial work is shown in Figure 11, and Figure 12 shows the data plotted as a

function of MgO W/O content at a constant temperature of 800 C. Notice the ab-

sence of any trend which would indicate that siabons of nominal 60/40 composition

could h ave thermal expansion coefficients less than hot- —p ressed Si 3N4 . (Norton

NC— l32 used as reference material). The data were all obtained on a commercial

Theta differential  dilatometer at a heating rate of 2 C/mis . (This apparatus is

capable of accuracies greater than 1 ppm) .

Jack~~~
3
~and Oyama~

4 6
~previous1y reported expansion coefficients

for siabons less than B—Si 3N4 while the experience of Lange~
9
~ and

is similar to that reported here . Present speculation is that “low expansion”

hot—pressed materials prod uced by Oyama contained large amounts of silica—

containing second phases (“X”, glass, etc.) which may have inherently lower expan-

sion coefficients than the crystalline Slab s phases. Sialons made in this

work were relatively free of silica—bearing phases largely because of firing

differences , therefore , the data may be more representative of single—phase

crystalline siabon materials. Attempts to make low—expansion samples from

compositions reported by Oyania, for example, were not possible since the sintering

29
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FIgure 11. Thermal expansion behavior of various Sialon colnpositions (all46O/4O)
and hot—pressed S13N4 (NC—132).
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Figure 12. Thermal Expansion Coefficient of 60:40 Slab s as a function
of MgO content at 800°C.
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technology produced specimens with greatly different final composition and micro—

structure . It is speculated that the final composition of Oyama’s low—expansion

material was far removed from the initial material composition and was probably

highly siliceous and glassy. More study of the potential for achievement of lower

expansion coefficients in other crystalline slab s compositions may be warranted .

h. Oxidation Studies

It has been reported by Lange~
9
~that sialons react rapidly with

ambient air during high temperature bend tests. Oxidation studies of several of

the MgO—doped sialon compositions produced as described above were made at 1400 C

in still air; disc specimens about 16 mm in diameter and 6 am thick were used.

The samples were weighed and mounted on Si3N4 knife edges held in an Al203 boat

and oxidized for 1 hour, 20 hours, and 100 hours at 1400 C in an A1203 tube

furnace. The results of this study are summarized in Figure 13. The data obtained

from the standard (60:40) composition,but with greater amounts of magnesia substi-

tuted (8Z MgO, 13.3% MgO). showed increasing weight gain. No cataspropic

oxidation as described by Lange in sialon was observed .

The oxidation product fo rmed in all cases was a white adh eren t film

of cordierite—containing glass. X—ray analysis showed increasing amount of ~—cordie—

rite in the oxidation product with increasing MgO content in the specimens. The

specimens were cycled three times during testing and no spalling or cracking of

the film was observed . The glassy nature of the reaction produ ct was observed to

be modified by contact with Al203 refractories. Initial studies with specimens

supported on an A1203 boat resulted in much more fluid “foamy glass” reaction

products. The data reported above were obtained on specimens supported on S13N4

bars. The reasons for the interaction with A1203 are not clear but may relate to

glass formation in the MAS system at “high” alumina contents.
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FIgure 13. Weight gain (in Mg/cm2) vs . t ime at 1400 °C in still air for
several MgO doped 60/40 Sialon compositions .
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i. Mechanical Properties of Mg0—Doped Sialons

The practical importance of a glassy phase in siabon materials

lies in its potential effect on high—temperature mechanical properties. There—

fo re , three—point bend tests at room temperature and at elevated temperatures

were made on test bars from 3% MgO, 5% MgO, and 8% MgO—doped materials even

though high absolute strength and density were not achieved in these materials.

Strength tests were performed on only a small number of specimens be cause of the

generally low density of the 32 MgO and 5% MgO—doped material. The strength of

these specimens was generally less than 200 MPa (30,000 psi) but they served

adequately to determine if any change in strength with temperature which could

result from the presence of glassy grain boundary phases. The behavior of sped —

mess under load at high temperature is thus a sensitive measure of the presence

or absence of glassy second phases arid was used in this work for this purpose.

The simple alumina test fixture and furnace assembly shown in

Figure 14 was used in these initial studies. All tests were made using a cross—

head speed of 0.002”/min using a span of 1” and test ba rs nominally .l”x .l” x 2” .

The results are summarized in Table 6 Tests were made by breaking the same

ba r f i rst at room temperature and then at 1200 C using fragments of the broken

specimen which were of adequate length. The results then compare the strength

ratio for each specimen directly rather than relying on a statistical average.

Normalized data , which uses only the ratio of the strength at the elevated test

temperature to the strength at room temperature are plotted as a function of MgO

content in Figure 15.

The data show that adding MgO up to the 87. level both decreases

the strength of sialons and shows detectable flow under load. However, at 10.8%

MgO and 13.3% MgO “siabon” there is a return to brittle behavior without flow

and at an increased strength level. It is believed that when the MgO level was
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Figure 15. The relationship between strength retention as measured
at 1200°C and magnesia content of Siabon materials.
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TABLE 6. THREE—PO INT BEND TEST RESULTS FOR
MgO—Doped Sialons (ALL BASED ON
60% S13N4 + 40% A1203 BY WEIGHT)

Detectable
Test Yielding St ress Ratio Stress
Temp Max Stress Avg . Stress Ratio Avg 1200 C/RT Ratio

~~
gQ _~~~~ _ MPa(psi) MPa(psi) 1200 C/RT MPa(nsi) MPa(psl) 1200 C/RT

3 RT 151(22600)
3 RT 117 (17500) 147 (22125)
3 RT 151(22600) .85
3 RT 145(21800)
3 1200 135(20200 126(18850) 108(16200) 98(14750) .67
3 1200 117(17500) 87 (13300)

5 RT 111(16700)
5 RT 87(13300 100(14933)
5 Ri’ 99(14800) .74
5 1200 65( 9800) 55( 8300)
5 1190 71(10700) 73(11000) 63( 9500) 63( 9500) .64
5 1200 79(11800) 67(10000)
5 1215 79(11700) 69(10300)

8 RT 138(20700) 129(19300)
8 RT 120(18000 .81
8 1200 121(18200) 105(15700) 81(12100) 77(11500) .58
8 1200 87 (13200) 73(11000)

10.8 RT 129(19 400) 118(17700)
10.8 RT 107(16000)
10.8 1200 119(17900) .89 116(17400) 105(15750) .89
10.8 1200 91(13600) 105(15750) 91(13600)

13.3 RT 192(28800) 189(28300)
13.3 RT 186(27900) .91 .91
13.3 1200 174(26100) 171(25700) 174(26100)
13.3 1200 169(25300 169(25300)

high enough to form appreciable splnel during pre—firing (also shifting the sialon

composition remaining to higher actual S13N4 content than the standard 60/40 ratio)

some spinel phas e persisted which in effect depleted the grain boundaries of MAS

glass and rendered them more refractory . In some specimens It was considered that

only sp inel existed as the second phase and perhaps no “liquid” MAS was presen t as

shown by the brittle fracture behavior at least at temperatures up to 1280 C.

These strength data show clearly the importance of the nature of
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second phases on the high temperature properties of the materials produced. Such

tes ts were continued as this program proceeded with improved materials (Section 111—2

later) since they provided a more sensitive indication of the presence and extent of

glassy second phases than would any of the normal characterization methods . Utili— 
-

zation of liquid phases for enhanced densification is of little value if these

phases persist in the final product and prevent the achievement of high stress

levels at desirable service temperatures. An improved test rig to accommodate

specimens in four point bending at temperatures up to 1400 C was also employed

in screening of suitable sintered specimens (Section 111—2—later) .

j. Nitrqgen Atmosphere Sistering Experiments

Residual porosity was attributed above, in part , to the release of

N2 during the high temperature heating of Si3N4. The hydrogen atmosphere employed

in sintering would not significantly reduce this decomposition and in fact may

enh ance it by the reduction o f Sb 2 . Accordingly ,  a few exper iments were

attempted using N2 atmosphere with BN-coated sealed graphite hot~.pressing dies

- 
- heated by induction. It was felt that the increased pa rtial pressure of N2 in

the system would minimize N2 release from the S13N4. However, as observed by

~4 ,5 ,6)
others , porosity remained in the fired specimens and indications were that

- - the hydrogen atmosphere during f ir ing gave more control of composition and struc-

ture than did nitrogen at least for the materials and conditions studied in these

experiments. Control of the relative partial pressures of hydrogen and nitrogen

as well as the total ambient pressure appeared desirable for complete control of

the sintering environment .

k. Sistering Behavior of Sialons Containing CeO2, Zr02 and La203

The ut i l i ty  of liquid.phase sintering of sialons is well established

and in,~~ed if sialon is fo rmed f rom alumina and Si 3N4 without A1N additions (an d

of t en even with them) a liquid phase is unavoidable . MgO , the most popula r
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sistering aid produces MAS glasses and , at best, poor refractory compounds which

affect both the creep resistance and the oxidation resistance of sialons at

temperatures above 1200 C. Other additives which should provide the same function

as MgO but might form more refractory glasses or preferably intermediate com-

pounds include Y2O3, CeO2, Zr02 and La203. The utility of such additives in the

processing of hot—pressed S13N4 was shown by Gazza~
27
~ and others

(28) 
and have

become part of the state—of—the—art for Si3N4 processing.

Mixtures of 60 S13
N4 

— 40A12O 3 with additions of CeO2 ,  Zr02 and

La2
03 at 5, 10 and 15 percent levels were mad e and 6 mm thick x 19 isa diameter

disks were formed by cold pressing at 67 MPa (10 Ksi) in a steel die. Specimens

were fired by the standard procedure. 1~ata on shrinkage, weight loss and final

density were obtained and are shown in Figure 16, (data for MgO additions ,

Table 3, show that J4g0 is a more effective sintering aid for this type of

powder mixing). As can be seen the th ree additives exhibit similar density and

weight loss characteristics but different shrinkage behavior. X—ray dlffracto—

meter traces of the resulting sialon bodies with 10% additive are shown in

Figures 17(a), 17(b), and 17(c). The CeO2 and La203 containing materials were

essentially single—phased B’-sialon while the Zr02 bearing material was a

multi—phased structure of B’ -sialon and Zr0
2
. All three additives were effective

sintering aids for slab s, however , Zr02 dopant appears less likely to result

in achievement of single—phased slab s.

1. Slntering Behavior of Slab s Using GTE—Sylvania and Plessey
S13N4 Powders

Three ty~ee of Si3N4 powder were used in these experiments.

Amorphous Si3N4 from Sylvania (Lot #T—20437), Si3N4 from Sylvania (Lot #T—20437),

and Plessey S13N4 (Batch #6). The sinterability of these materials I~’as com—

pared by making 60 S13N4—32 Al203,8% MgO siabons which were well characterized

under normal fabrication procedures using the AME controlled—phase “ci” powder.

39 



- - ________________________________________________ - - — - — - - - - —-•• ,—- • ,-— ,——

~x
’4 

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

8 O CeO2

\ ~~~ZrO2

D La 2O3

- o

H 2 -

I I

()~Q0 
-

0

2.50 —

5 10 15

/0 ADDITIVE

Figure 16. Linear shrinkage , % weight loss and measured final density
of Sialon containing Ce02 and La2 03 sistered in H 2—H 2 at
1700°C for 2 hours .
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41



• - -
~~~~~~~~~~~~~~~ ‘~~~~~~ ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ —.~~- - —

The materials were mixed , pressed in a steel die, pre—fired and

sintered. Maximum shrinkage observed was 11.5 percent for the Sylvania co—S13N4

powder which corresponds to about 72% of “theoretical” density.

These powders were prepared for specific uses (especially the

Plessey material which was designed for hot—pressing),were generally agglomerated1

and tended to be “fluffy” and not amenable to cold pressing and sintering. No

distinct advantages were observed over ANE powder which was used as the baseline

H material for all subsequent work. It should be emphasized that the improved

processing techniques developed using milling experiments (Section 111—2) were not

evaluated with all of the various alternate powder sources. However, it is be-

lieved that the improved procedures can be performed essentially independent of

starting powder (with adjustment of A1N content to compensate for variations in

Si02 content) .

2. Controlled Slab s Processing Employin& Milling Techniques

a. Particle Size Studies —

Achievement of high fired density, even with pre—reacted slab s

compositions, clearly depends on the achievement of uniformly fine particle

size distributions. Accordingly, 100 gram batches of S13N4 (A}IE material),

A1N, and alumina were milled in Borundum 
(R) mills for 24 hours and

observations of particle size were made using optical microscopy. Typical

observations of these materials after this treatment indicated that the

maximum particle size was about 2pm with most particles about 1pm or less,

which was a considerable improvement over the starting powders.

b . Pre—Reacted Siabon Material!

(1) Milling

Slab s composition 60/40 S13N4/A1203 + 8% MgO was pre—reacted at —

1700 C in N2/H2 for one hour, crushed in a steel mortar and pest1e~and milled

for 72 hours in propanol. The mill and balls were Borundum~~ (Norton Company)
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of the composition 85% A1203, 11% Si02, 2% MgO , 1.22 CaO, balance Ti02, Fe203,

Na20, 1(20 (.89%). After milling the batch had more than doubled in weight,

(a typical 100 gram charge weighed 215 grams). This ratio of about 1—1/2 grams

of mill wear per hour was fairly constant throughout the study when either

S13N4 ,  3~ siabon, or A1N was milled . These milling experiments were thus more

a study of mill contamination effects than comminution effects but nevertheless

the results provided clues to the nature of the achievement of high density in

sistered sialons

The probable composition of this milled material was changed

considerably from the starting batch and was now 28% S13N4, 60% A1203, 5% MgO ,

6% Si02 and 6% CaO (based on mill composition and pick—up. The composition

was now alumina rich, the relative amount of MgO was reduced, and significant

amounts of Sb 2 and CaO were added. An x—ray diffractometer trace of this material

(as milled) is shown in Figure 18; the pre—formed and well—developed 8’ sialon

• phase is evident together with excess Al203 acquired during milling and some MgAl2O3

spinel. The Si02 appeared to be present as an amorphous phase since there was

evidence of low angle scattering and neither mullite nor cristobalite were

identified . The CaO contribution was too small to detect.

(2) Sistering Studies

20 mm dia. x 6 mm high discs of “MX” series material (designated

“X” to denote that the MgO—content was known only approximately because of

milling contamination) were pressed at 20 tab and shrinkage data, micro—struc-

tures , and x—ray diffraction traces were obtained . This material sisters to

full density at 1550 C which represents a linear shrinkage of 19%. Material

sintered above 1600 C experienced bloating reminiscent of the “foaming” in the

preliminary studies . Figure 19 shows the progress of the bloating reaction as
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Figure 18. X—ray diffractometer traces of (a) pre—reacted 8% MgO Slalom ,
(b) as—milled Mx showing ori ginal 8% NgO Slalom pattern and
additional A1203, (c) Mx after sintering showing B’ Slalom
and Mg Al 204 , and (d) “X” phase B’ Sialon and no A1203 a f t e r
“aging” heat treatment.
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Figure 19. Cross sections of Mx Sialon after sintering in N2—H2 for
2 hours at (a) 1450°C, (2) 1500°C, (3) 1550°C, (4) 1600°C,
(5) 1625°C, (6) 1650°C, (7) 1675°C, (8) 1700°C, (9) 1700°C +
5 AIN, (10) 17000C + 102 A1N, (11) 1700°C + 15% AIN.
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temperatures were increased to 1700 C (cross—sections of discs photographed after

firing for 2 hours at the designated temperature in N2/R2 are shown).

The bloating was no doubt a result of reaction of the glassy

phase with Si3N4 liberating N2 at the higher temperatures. Pre—reacted siabon

mixes would not normally contain excessive amounts of glass; however, the addi-

tional alumina, silica, calcia, and magnesia picked up during milling greatly

enhanced the glass supply. It was once again apparent that such glasses could

not be tolerated by the S13N4 system much above 1600 C. Although pre—reaction

can be employed to control the amount of glass, as will be discussed, A1N addi—

tions can perform a similar function more reliably.

(3) The Role of A1N in MX Sialon

MgO is clearly a powerful sintering aid for siabon , and its role

is seen as a combination with surface Si02 present on the S13N4 particles and

alumina to form a low viscosity, low melting HAS glass. The HAS glass which forms

• during the sintering process and enhances densificatbon at lower temperatures

can remain at higher temperatures where Si
3
N4 begins to react with it to cause

bloating. The established remedy for this phenomena has been to add

which reacts with the available silica to form additional sialons and reduces the

quantity of glass considerably if not totally. The MX series was produced by

indirectly adding Sb 2 and MgO during milling so tha t excessive HAS glass was

introduced to the body and bloating resulted (as shown in Figure 19) . The

milled material sintered to full density at relatively low temperatures before the

bloating reaction was observed. When A1N was added to this readily sinterable

milled material, Inhibition of initial sintering was not observed. In addition,

• the bloating during final high—temperature firing was controlled and ultimately

stopped as shown in Figure 19. Of course, the overall composition was changed again

and large quantities of “X”—phase were produced . (This is the source of the mottled
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microstructure seen in the samples of FIgure 20). The results obtained with

the MX series also provided the first clue that mineralizing the sistering aid

would retard the formation of X—phase in the presence of MN addition . Otherwise ,

A1N would simply limit the amount of liquid phase and effectively retard sintering.

(4) Micro—Structure Analysis of MX Material

Figure 18 is a composite of x—ray diffraction traces of (1) pre—

reacted MX material (nominally 8% MgO) showing the original pattern from the 8%

MgO material; (2) as—milled MX showing the original 82 MgO pattern and the

addition of A12O3; (3) MX after sintering for 2 hours at 1600 C showing residual

Al203 and MgA12O4 phase formation; and (4) the x—ray trace of MX material with

15% A1N added and fired at 1700 C for 2 hours showing further formation of sialon,

MgA12O4 , the elimination of free alumina, and the appearance of “X”—p hase.

Fi gure 20 shows a photomicrograph of typical MX material fired at

1600 C for 2 hours and images of the same specimen examined by electron micro—

probe. These data show the distribution, size, and shape of the three phases

slalom , X—phase , Al203, and MgA 1204, detected In the x—ray studies.

(5) Mechanical Tests of MX Material

Although never considered an ideal material, some test bars of MX

were fired for 2 hours at 1600 C and were used for property evaluations . Bars

were cut and ground smooth on 400 grit diamond wheels of sufficient length to

test one—half of a specimen at room temperature and the other half at 1200 C in

3—point bending . The results are shown in Table 7~ For five tests , the

average room temperature strength was 212 MPa(3l,800 psi) with a maximum of

240 MPa(36,000 psi). The strength at 1200 C averaged 141 MPa(21,l40 psi) with

a maximum of 165 MPa(24,700 psi). The ratio of 1200 C strength to room tempera—

ture strength averaged 0.66 with the maximum ratio of v.78. All fqi1ure~ were

of a pu rely elastic brittle nature with no evidence of plastic deformation (as

determined from the load/time trace) under short time loading at 1200°C).
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Figure 20. Optical microstructure and electron microprobe images obtained

from Mx material fired at 1600°C for 2 hours •in N2—U2.
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TABLE 7. FOUR—POINT BEND STRENGTH
OF MX MATERIAL AT 20°c
AND 1200°c

Bend Strength Strength RetentionSpec 1/ at 20 C(psi)MP a at 1200 C(psj )MPa 
— Ratio

-j NX—l (27 ,400) 183 (20 ,900) 135 .76

MX—2 (31 ,200) 208 (17 ,500) 117 .56
MX—3 (31,600) 210 (24 ,700) 165 .78

NX—4 (32 ,800) 219 (19,400) 129 .59

MX—5 (36 ,000) 240 (23 ,200) 155 .64

• c. Unreacted Sialon Material Studies

(1) “W” Series

A parallel study was performed concurrently with the MX series

discussed above in which ÂME S1
3N4, Linde—A A1203, and Cerac A 1N powders were

blended in the ratio 50—25—25. (ThIs composition was studied by Wills et al (29)

and was designated “W”). A 100 gm charge of powder was milled 72 hours In a

Borundum~~~ mill with propanol as a vehicle, and gained considerable weight

(118 gm) during milling. The approximate composition of the charge after milling

was 23% S13N4, 59% A120~, 11% A1N (+ 1% NgO, 6% Si02 and 0.3% Ca) (calculated

from pick—up of known mill composition).

A test firing of this material was made at 1700°C for 2 hours in

N2/H2 and was found to abater to full density. The sample was examined by x—ray

diffraction (Figure 21) , metallographically (Figure 22 (a) ) ,  and by electron probe

analysis (Figure 22 (b) ) .  The structure produced was multiphased with a

considerable amount of free alumina.

The electron probe micrographs confirm the 2—p hase structure but

more significantly show the distribution of the MgO in the system (Mg Scan ) .

At this level (~V1%) , the MgO is concentrated almost exclusively as a solid —
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solution In the silicon—rich or Sialon Phase. Despite the large quantities

of silica available in this composition, the amount of “X” phase was not

significant. It appears that the available A1N was at the appropriate level to

completely react with the available Si02 and convert to a sialon.

Since the milling for long times considerably shifted composition, the

effects of shorter times were studied . A “W” charge was milled for 7 hours and

picked up 15 gms of the mill. A calculated composition of this charge was then —

about 43% S13N4, 33% A1~03, 22% A1N (+ 1% Si02 + 0.3% NgO). A test firing

of this material at 1700°C for 2 hours in N2 /H 2 only produced 8% shrinkage

which corresponded to “85% of theoretical density. The charge was returned

to the mill and ground for an additional 17 hours for a total milling time

of 24 hours. The approximate composition was then 30% S13N4, 54% A1203,

15% A1N (+ 11% Si02, 2% NgO and 0 .6% CaO) . This material fired to full

density using the same firing schedule as above (2 hrs — 1700 C — N2/H2).

A synthesis of this charge was made using ANE S13N4, Linde— A A12O3, Bakers

MgO, Cerac A1N, and Cab—O—Sil Si02. The materials were mixed in a Waring

• Blender with propanol, dried and a test pressing fabricated and fired to

1700 C for 2 hours in N2/H2. This synthesis resulted in a composition which

did not sinter well and only reached about 85% of theoretical density. It

was evident that a kinetic and mechanistic problem existed during sIalon

reaction/densificatjon and that the manner in which the composition was

initially formulated and mixed could critically determine the final fired

condition. this may be considered similar to the phenomena seen in ceramic

processing where “mineralizing” a batch can often increase the firing range

and enhance uniformity of fired product .
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Two further expeTiments were performed during this series , Firs t a

portion of the 24 hour milled charge was modified by adding Sylvania a Si3N4

powder to bring the composition back to approximately 50% Si3N4 + 50% A1203.

Sylvania Si
3
N
4 
was chosen because of its fine particle size (#~.l1pm) which is

of the same order as the milled material. The adjusted charge was mixed by

Waring Blender with propanol, dried, and a test disc fired at 1700 C for

2 hours in N2/H2. The sample fired to theoretical density. An x—ray

diffraction trace of the material is shown in Figure 23. It is

interesting to note that the additional Si3N4 was absorbed to form Sialon

but that the A1203 peaks (although diminished somewhat) were not
0eliminated . Further sintering at 1700 C for three additional hours produced

no change in the material as determined by x—ray diffraction.

Finally an attempt was made to keep the S13N4—A1203 ratio fairly

constant by adding excess S13N4 and milling for 24 hours. The initial and

calculated final composition achieved were 61.5% S13N4, 19.2% A1203, 19.2% A1N , and

48% Si3N4 , 34% A1203, 15% A1N (+ 4% SiO , 0.7% NgO) respectively (the

processing was difficult to control with preciSion~. A test disc was made

and test fired but underwent very little shrinkage and the body was only

about 80% of theoretical density. This was further evidence that the

contaminants picked up and distributed during milling were the controlling

factors and not composition alone and further indicated that in order to

reach full density as a ~‘-.sialon the body must be densif ied early, perhaps

even before the slalon—forming reaction takes place.
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Figure 23. X—ray diffraction traces of “W” material milled for 24 hours
4 then (a) fired at 1700°C for 2 hours and (b) S13N4 added ,

milled and fired for 2 hours at 1700°C showed that unreacted
alumina still persists after this treatment.
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(2) Fabrication of Slalon Grinding Media using “W” Series Material

It was apparent that milling highly abrasive S13N4 in Borundum

mills or indeed any other mill would lead to pick up of material and hence

contamination of the batch. Although considerable knowledge was gained using

crude grinding media, it was imperative that the composition of sialon be

brought under greater control so that mixtures could be more precisely

formulated to minimize additional phases, excess glass content, etc. and

thus produce strong , dense material of controlled composItion. Accordingly,

large quantities of sialon material were milled for 72 hours to produce a

starting powder of approximately 40% Si3N4, 50% Borundum and 10% A1N by weight.

Large quantities of various diameter cylinders were Isostatically pressed at

67 M1’a (10,000 psi) from these powders so that sialon grinding balls could be

made. Figure 24 is an illustration of a portion of these fabricated cylinders,

cut—up green balls, and fired balls. The balls, actually round—ended cylinders,

were fired at 1700°C for 1 hour in N2/H2 and were fully dense. They approximate

the structure seen In “W” material milled for an equal amount of time (X—ray

diffraction, pattern, Figure 23). Sufficient balls were made to give a 55% ball

charge in either a low—ash rubber lined mill or a polyurethane lined mill of

2 liter capacity (purchased from Norton Company). Particle size reduction

after 24 hours running was comparable to Borundum milling.

Of course, the sialon material of which these balls were made was

fabricated using mill—contaminated material so that some carry over was to be

expected. However, the level of contamination was reduced considerably with

no free Si02 pick—up (since the additions of A1N to the original mix converted

Si02 to ‘X’—phase and/or 8’ sialon. Some MgO pick—up was Inevitable but was

at low level since it was only about 1 percent in the balls themselves.

____________________________ ________
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Figure 24. Photographs of slalom cylinders and sialon balls for use in
rubber or soft urethane—lined mills to minimize contamination,
all “W” material, milled 24 hours.
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(3) “SM” Series

The MX and W studies shoved conclusively that the milling

components (Bor undum (R) ) were contributing to sialon forma tion and the

attainment of high density without need for addlttonal sIntering aids.

(The high—alumina porcelain body of which the mill was made sinters readily

at 1500°C).

A series of “synthetic milled” experiments were done

(designated SM) using the principle of calcining the alumina addition of a

composition approximately Borundum (R) ceramic and milling the Si3N4 and A1N

separately. The “Borundum” was synthesized by blending together 6.4 gms

of Sierralite talc, 23.3 gins Kyanite, and 69.6 gms of Linde.A Alumina. This

mixture had the composition (weight percent) 85% A1203, 11% Si02 and 2% 14g0

the balance being small quantities of Fe203, T102 and CaO. These oxides were

calcined at 1500°C in air for 16 hours and then ball milled for 24 hours with

propanol vehicle. The Si3N4 and A1N were made tin 150 gm and 100 gin batches,

respectively and each was milled separately for 24 hours also using a propanol

vehicle. This processing allowed control of composition since the Borundum

pick—up during milling could be determined for each additive separately and

compensated for in the final formulation: also only three additives were

involved. FIve compositions 0, 2.5, 5, 10 and 15 yb A1N added to a basic

50% Si3N4,44.5% A1203, 5.5% Si02, 1% NgO, body were made by Waring blending

of appropriate quantities of each milled batch in propanol. Discs of these

5 compositions were fabricated and fired to 1700 C for 2 hours in N2/H2 and

examined by x—ray diffraction. The results are shown In Figure 25. All

fired discs reached at least 95% of theoretical density, SN—is reached 98%

of theoretical. It is curious here that even without A1N additives no
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adverse reaction occurred due to SI
3
N
4 decomposition (no bloating) and further

retardation of sintering was not observed as a result of using the AIN additive.

It appeared that pre—heating the Alumina addition with Sb 2 and 14g0, produced a

MAS glass of higher refractoriness and high viscosity, possible because of greater

Al203 solution or because some Sb 2 was present as niullite. The detection of “X”

phase in the Sm—0 sample showed that the reaction Si02 + 2Al 203 + Si3N4 + 4Si02 A1N

(“X” phase) could occur without initial A1N additions.

— The SM series also shoved that A1N additions controlled the formation of “X”

phase; as more A1N was added, “X” diminished. When excess A1N was present, then

Al203 was stabilized. This is consistent with the phase diagram of Gauckler,

et a1~~
5
~ and the work of Lumby~

8
~ where 8’ sialon is shown as a narrow band and

where the addition of A1N can be effective in determining which side of the band

the fired compositions will lie.

The SM series sintered well but did not fully achieve the high

density (approximately theoretical) achieved with the ball—milled material.

There are at least two reasons for this. First the Waring Blender cannot mix

as thoroughly as long time milling, also the Waring Blender uses an aluminum

blade which wears in the process and can add significant amounts of aluminum metal

to the mix. Since the mixes were never fired in air, the reaction of the atmos-

phere (H2/N2) with the dispersed metal particles can form fine “puffball”

porosity in the fired body. This observation was documented by Bruch~
30
~ during

extensive studies of defects seen in Lucalox(10 alumina. (Initial work in this

~.i~ogram employed a low temperature pre.’fire in air to produce Al2
03 from Al

metal contaminant from the Waring Blender).

(a) Sfnterinj Behavior of SM—15

The sintering behavior of SM—iS sialon material was studied by

following shrinkage, weight loss (packed in Si3N4) ,  and resulting sialon forma-

tion as a function of firing temperature and atmosphere. The firing time in

every case was one hour. Table 8 and Figure 26 suninarize these data.
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(b) Strength of SM—15

Table 9 summarizes the results obtained on SM—15 material at

room temperature and at 1400 C. A maximum strength of 280 MPa (42,000 psi)

— 
was observed at room temperature using the three—point bending apparatus des—

cribed earlier.

Tests at 1400 C showed the material to deform plastically to a

degree sufficient to prevent fracture. The plastic behavior indicated that

weak5glassy~ grain—boundary phases were present in this material, presumably a

MgO—bearing glass or low melting crystalline phases such as forsterite.

(4) Studies on Sialon Bodies Other Than SM—iS

The sinterability of sialons was related to the total alumina

content such that bodies containing low amounts of Al203 did not sinter as

readily as high alumina bodies. Using the “SM” approach , it was seen that

the excess Si02 and A1N added to the system also contributed to the total

• amount of “Si3N4” in the system during sialon formation. Therefore, by de-

creasing the amount of Si3N4 in the initial batch more favorable sintering

conditions may be encountered . SM—l5 , for example, was initially 50% by weight

S13N4 but after firing would be at least 61% “S13N4”. Such bodies sintered to

between 91—95% of theoretical density. By starting with 40 W/O Si3N4, the re—

sultant bodies sintered to between 95—98% of theoretical density and the fired

composition was 45% Si3N4.

Table 10 summarizes the compositions studied in this phase of the

work while Figure 27 sununarizes the x—ray diffractometer data. Notice that

changes in Si02 or MgO additions did not affect the sinterability or fired cry—

stailine composition of these materials : they are all apparently single—phased

sialon. It was hypothesized that at least the minimum amount of liquid
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TABLE 8. WEIGHT LOSS ( %)  AND SHRINKAGE ( %)

VS. FIRING TEMPERATURE (°C) FOR
SM-iS MATERI AL

Temperature % Shrinkage % Weight Loss
°C

1300 1.0 2.2

1400 2.0 2.5

1500 4.9 3.9

1600 10.0 4.5

1700 17.0 5.5

TABLE 9. FOUR—POINT BEND STRENGTH RE SULTS
ON SM— is MATERIAL

Temp . Max . Stress
Specimen I! 

— 

O(~ 
- — 

MPa(psi)

SM—iS—N 20 274(41,100)

SM—15—A 20 209(31,300)

SM—iS—B 1400 84(12,600)

SM—15—C 20 259(38,800)

SN— 15—D 20 139(20 ,800)

SM—15—D 1400 79(11,800)

SM—15—E 20 281(42,200)

SM—15—F 20 23~~35,300)
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TABLE 10. COMPOSITION s OF SlALOM BODIES PROCESSED
WITH VARYING AMOUNTS OF “GLASS—FORMER”

Composition: Weight percent

Sample 11 Si3N4 .A1
2
0
3 

Si0
2 

MgO A1N Balance*

H #102 40 51 6.6 1.2 ~~ 
1.2

#103A 40 48 9.0 1.8 15 1.2

11108B 40 53.4 4.2 1.8 15 0.6

#108C 40 51 6.6 1.8 15 0.6

11110 40 49.8 6.6 3.0 15 0.C

*B~ lanc e is made up of CaO, Fe2
0
3
, Tb 2, etc.

necessary to enhance the conversion of the body to sialon is present In these

materials for every composition studied . It is also interesting to note that

compared to the “normal” series (where up to 13.3 W/O MgO was used to achieve

densification), the addition of only 1.2 W/O MgO led to high density bodies

using these processing techniques. This alsc. ter’-~ed to confirm the hypothesis

that the volume and distribution of glass formers present were most important

and that their composition was not necessarily critical. This led to further

speculation that additives other than MgO would also be effective densification

aids using the “mineralized” approach. Thus a mechanism was available for em-

ploy ing liquid phase sintering processes which could be tailored to ensure that

th, f i n a l  fired produc t would contain only refractory crystalline phases and thus

• -~ .r t r a i ’ ~. iigP ~ • .~~~.r ~~’:ur . p rnp.r r ta s.  This was the initial rationale for

- - - “ * ~r “V - 
~~ I 

- 
- • . ‘b ~,ut , -~~~~ mt.d, this may not b.

-.. ,. ~ ,. .• ..~. V •~~~•~~ •~~~~ • .•

—  - -S - - - .  -__
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(5) #102 Material

#102 material was a Sialon produced using MgO as a sintering aid

(Table 10). It was well behaved in that it could be readily and reproducibly

sintered to high density. Figure 28 is a typical microstructure of this

material. Although it was felt earlier that MgO additives were not suitable

because of their unfavorable effect on creep properties, later work indicated

that this disability may be corrected by proper aging to transform any residual

grain—boundary glass phases into crystalline or solid—solution form. The

philosophy to treat MgO as an undesirable additive nevertheless continued and

its use either deliberate or as an incidental contaminant (i.e. from ball mills)

was minimized in other compositions as far as possible. Figure 29(a) is a typical

x—ray diffractometer trace of #102 material after sintering for 2 hours at 1700°C.

There is evidence of residual A1203 in the structure but the 8’ sialon phase is

major and very sharp. Figure 29(b) is #102 sialon which was again sintered

2 hours at 1700°C but then aged for 16 hours at 1400°C and then furnace cooled .

Notice that the 8’ peaks have diminished and have broadened indicating either

further formation of Sialon crystallites or recrystallization. Also in Figure 29

the sharp peaks formed during initial firing can be seen to be replaced by wider

trace made up of smaller multiple peaks. The A1203 peaks have also increased in

intensity. As will be shown in a later section, aged #102 Sialon had an improved

high temperature bend strength at 1370°C, and less plastic deformation compared

to the normally processed material, suggesting that the suspected residual

glassy phases were crystallized or otherwise removed or reduced . No evidence for

new crystalline phases is evident, however, on x—ray diffractometer traces.

However, the multiple peaks suggest that Sialons of varying composition have

formed from the initial more—homogeneous sialon .
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(31)
Wiimner consistently detected X—phase in similar Sialon

materials processed at AFML and it was considered that the rapid cooling

employed in the present work may have accounted for the absence of X—phase in

these specimens. However, no X—phase has been detected in #102 material whether

quenching, slow cooling, or aging treatments are used during firing. It seems

more likely that the presence of X—phase is related to atmosphere control during

- : firing or to actual compositional differences between “nominally” similar

compositions due to variations in Sb 2 content of powders or to different

milling contaminants.

- - #102 material was also isostatically pressed at 200 MPa (30 KSI)

and 333 MPa (50 KSI) to increase green density since “standard” processing used

67 MPa (10 KSI) only. The fired specimens did reach somewhat higher densities

(3.2 gm/cc) (which for convenience was the “theoretical” density used for this

composition (60/40) throughout this work). Specimens of this material were

fractured in bending at room temperature and at 1370°C and the results will be

reported later.

Two cm cubes of #102 material were carefully prepared to study the

sintering behavior of the material at 1700°C. Samples were plunged into the

furnace and time at temperature recorded after the outside retort visually

appeared to have reached temperature (usually within 5 minutes). The data

obtained are shown in Figure 30 as both the actual time in the furnace and the

estimated time at which the specimens were at temperature. This was done since

the true specimen temperature could not be measured because of the retort

structure and powder packing. The first detection of a density change is

recorded as zero time but which was in fact 20 minutes after furnace plunging.

The letters A through I on the Figure 30 corresponds to the X—ray traces made

during the study. Notice that at (point F) (Figure 31) u—S 13N4 was still

hR 
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detected (15 minutes at true specimen temperature.) At t’20 minutes (point G)

(see Figure 31) all detectable Si3N4 had reacted to sialon accompanied by a

rapid increase in density. The curve of Figure 30 then is composed of two

sintering curves, the lover curve is composed of ct—S13
N4 and glass sintering

and reacting to form 8’ sialon (points A,B,C.D.E.F) and the upper curve

(points F,G,H,I) is the sintering behavior of 8’—slalon, a glass boundary phase,

and some residual Al203. The !~OC studies repor ted in an earl ier section shoved

that pre—reacted 8’ sialon sinters well. Such pre—reaction and subsequent milling

(especially with sialons containing substantial MgO) redistribute the liquid

phase which promotes sintering and is in a more refractory form less susceptible

to foaming and frothing.

Composition #102 powder was sent to Dr. J. M. Winner 
(31) of APW~ to

be sintered using their forming and firing procedure. Briefly the powder was

hydro—pressed at 300 MPa (45,000 psi) and the billet fired in N2 for 1 hour at
0 01740 C, at a heating and cooling rate of approximately 20 C/ndn. The fired

density of the material was 2.92 gm/cc. A sample of the fired body was ground

into powder and x—rayed both at AFML and GE—SSL. The x—ray traces are shown in

Figure 32.

Both traces show the presence of “X” phase which was not apparent in

material fired at GE—SSL (Figure 29(a)). Since the N2/H2 atmosphere used by GE

is free from 02, the H2 either removes excess Si02 or N2 atmosphere in which the

#102 material was fired at AFML contains significant amounts of 02. Bodies fired

at GE—SSL showed negligible weight loss during firing so that the Si02 removal

hypothesis does not appear valid . If the N2 atmosphere did indeed add 02 during

sintering, then it can be appreciated that both the composition and glass content

70
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of fired materials may not be controlled. As will be seen later (Table 12)

other sialons of high—Si3N4 content fired under 
both conditions generally

attained higher densities at AF1IL suggesting again the possibility of slightly

greater glass content under the “N2
t’ conditions. (AFML firing temperature was

generally higher than at GE and the heating schedule differed markedly.)

(6) Sialons Containing Y203 and Zr0
2

Yttria and zirconia sialons were made and sintering characteristics

studied using the mineralization technique. Their fabrication techniques, firing

schedules and compositions are reported elsewhere in this report (also Figure 33

and Table 11). No extensive mechanical property studies were made however.

Yttria sialons have been studied by McLean, et al 
(32) 

f ired at 1600°C rather than
H o

the 1700 C used here; however, their processing conditions and possible

contaminants were not detailed and although bend strengths near 600 MFa (90,000

psi) were measured at room temperature the strength fell rapidly at temperatures

above 1000°C. Layden 
( 13) 

also reports bend strength values as high as 533 MPa

(80,000 psi) for sialons containing Y203 and mixtures of Y203 and Zr02. However,

severe contamination due to mill wear in high alumina mills was reported and may

in fact be the controlling factor in promoting densification as was discussed

here. Severely impaired oxidation resistance was observed in several Y203—con—

tam ing sialons in these studies ~32)~ The reasons for this have recently

been explained by Lange~~
3
~who showed that the fired composition must end within

the Si3N4—Si2N2O—Y2Si2o7 compatibility triangle if stable behavior is required

under oxidizing conditions . Similar work in the MgO system by Lange (34
~and by

Jack~
35
~have shown a similar marked dependency between oxidation resistance and

composition , specifically the MgO/Si02 ratio.
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Figure 34. X—ray diffractometer traces of Sialons #127, #128, #129
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Figure 35. Photoinicrographs of Sialons #128, #129, #130 shoving
increasing porosity with increasing S13N4 content for
identical firing procedures.
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(7) Milled Sialons

Sialon compositions studied using mill wear as an additive mechanism

are shown in Table 11, while Figure 34 shows the x—ray traces and Figure 35

shows some typical microstructures. Table 11 includes firing schedules and

sintered densities of these materials. Note that composition #127 contains Zr02

as a second phase, while composition #128 and #129 are single—phased sialons.

Mineralized alumina was used as the means of introducing sintering aids in

composition #127 while compositions #128, #129 and #130 relied on mill pick—up

as the additive variable. The mill used in these compositions was polyurethane—

lined with sialons balls and propanol as the grinding media. Material milled

72 hours readily achieved high fired density. This method of introducing

sintering aids has been reported by others (29) and is probably unavoidable If a

long milling time Is required . It was apparent from the above results that

excessive amounts of liquid formers were used In the previous mineralizing studies

(in #102 for example) and this can explain why sintered structures of those

composItions usually contained porosity formed by a pore agglomerating mechanism

which allowed the slutered body to achieve reasonably high average density but also

to retain large, widely dispersed pores which severely limited the achievable

strength of the fired bodies.

Figure 36 shows the variation in shrinkage of body #128 processed

under identical conditions except for milling time and, therefore, mill pick—up

(overalimilled composition). The material milled for 72 hours achieved a density

of 3.08 gin/cc while material milled for 8 hours only reached a density of 2.10 gm/cc.

Composition changes as a result of milling were restricted to two sources, sialon

ball wear and hydrolysis of the S13N4 and MN. By far the largest contributor to

compositional changes in the processing was the ball wear.
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function of “actual” compositions A — 8 hours milling,
B — 72 hours milling.
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(a) Screening Experiments Using #128 Sialon

Defects which limit the strength of brittle materials can be

introducted through several mechanisms, one of which is agglomerates which

pass through normal processing screens. Initial practice was to pass all

milled batches through 400 mesh screens which contained 37 ~im holes. These

holes can obviously pass contaminants of this diameter which can limit the

strength of fabricated bodies as predicted by Griffith theory to well below

the goals of the current work 333—400 NPa (50—60 ksi) through further reaction

and exaggerated pore formation. Similar observations were made by Prochaska

of GE—CREcDC 
(36) 

who developed techniques of screening which achieved a more

uniform particle size distribution and minimized the presence of flaws in SIC

- - bodies. A similar screening system was used for several fabrications In this

work and is shown schematically in Figure 37. Briefly, a sialon—alcohol slurry

was continually wiped over a nylon screen of appropriately fine mesh size. In

one experiment, a screen with 10 ~im hole size was used and 100 grams of slalon

#128 was processed; screening took about three hours. The screened powder was

dried, isostatically pressed at 67 MPa (10 ksi), fired for one hour at 1775°C

in N2/H2 and machined into test bars for strength studies. Figure 38 shows the

microstructure resulting from this processing while Table 12 gives the results

obtained from 4—point bend testing at room temperature. As can be seen from the

data, no significant Improvement in strength was noted. The material still

contained random gross porosity which resulted from non—uniformities In green

density and was considered responsible for the relatively low strength. As was

speculated earlier, the porosity may have been formed by an agglomeration mechanism

during liquid phase sintering . Removal of coarse particulates may, therefore,

be necessary but was not sufficient for the achievement of high strength in the

slalon compositions studies.
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Figure 38. Microstructure of Sialon #128 made from —10pm starting
powder. Showing absence of “evidence of coarse”
particulates but remnant porosity persists.

TABLE 12. 4—POINT BEND STRENGTH DATA OF -1O~j m SCREENED
#128 SIALON MATERI AL

Test # Bend Strength (k PSI)

1 (38.350) 256

2 (47 .765) 318

3 (45.090) 301

4 (41.930) 280
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(b) Firin,g Studies

Further studies on the effects of atmosphere on fired density were

made in cooperation with Dr. Peter L. Land of AF~fl. The results are shown in

Table 13. The results obtained at GE from similar compositions were sunmarized

In Table 11. Higher densities were achieved for all the sla].ons using the AFML

firing techniques. The compositions fired in N2/H2 atmosphere (at GE) show less

shrinkage during firing which would Indicate that less liquid phase is present under

these conditions. As noticed previously, the N2 atmosphere (at APML) could allow

more liquid to exist during firing, thus markedly enhancing the sintering densif I—

cation process.

(c) Mechanical Testing

The three—point bend test apparatus was modified so that

four—point bend tests can be made at both room and elevated temperatures. The

modification is described schematically in Figure 39. A Lucalox~~~ push—rod

was fabricated with an inverse cone machined at one end. A 1/2” diameter

S13N4 ball bearing(37)was sliced into two hemispheres and one—half was machined

into the configuration shown. The machined knife edges were suspended within

the core with a platinum alloy wire. The ball seating in the cone provides a

self—alignment feature.

Bend tests at room temperature , 1370 C, and 1400 C were made

of various sialon compositions shown in Table 14. Data points using ratios

of strength at temperature divided by average strength at room temperature

are plotted in Figure 40. Yttria material and “unaged” 102—type material ex—

hibits considerable weakening at 1370 C (some plastic deformation was observed

in these materials at high temperature). Zirconia doped sialon and “aged” 102

materI~t1 show only a modest decline in strength at 1370 C with no apparent de—
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TABLE 13. CO~~’OS ITIONS AND FINAL DENSITIES OF HIGH—SI3N4
CONTENT SIALONS FIRED BOTH BY GE AND AFML

Sample Designation 128—3 128—2 129— 1 130

Green Composition in grams Si3N4 66 66 88.7 94,5

A1203 24 24 8.0 4

A1N 10 10 3.3 1.5

Milling time hours 8 72 72 72
Mill p ickup in grams 1.5 20 20 20

GE density for  firing at 1740 C 2.10 3.08 2.91 2.92

AFML density in gm/cm3 for firing 2.30 3.10 3.10 2.96
at 1775 C in bottle N2
at 1 atmosphere.

The approximate green composi-
tion assuming the mill pick—
up to be 50 mb A1203 and 

___________ _________ _________ _________

H 50 mb S13N4 . Weight in
grams . 123—3 128—2 129—1 130

Si3N 4 66 65 84 87

w/o A12O3 24 27 14 12

A1N 10 3 1.~~

mb Si3N4 ~4 53 77 81

A1203 27 3L 17 15

A1N 19 16 6

84



-r --r

Alloy Wire

• 

\ ~ ~~~~~~~Luca1ox Rod

\ Machined Si3N4 Ball
Bearing

Sialon Sample

- ~~
.— Alumina Tube

I -

I

I

L ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~
Figure 39. Schematic view of the four point bend in g apparatus used

during this study. 15/ 16” outer span , 3/8” inner span .
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_T&BLEJ 14. FOUR-POINT BEND STRENGTH RESULTS FOR VARIOUS S tALON MATERIALS

AT SEVERAL TEMPERATURES Average
Ratio:

Test Max Stress Test
Specimen # Additiv e Sintered Aged Temp ‘C MPa (psi) Room

102—B—i MgO 1700 C 20 202(30 ,300) 1
2 hours

102—B—i 14g0 1700 C 1000 244(36 ,600)
2 hours

102—8—3 MgO “ 20 228(34 ,200)

102—B—3 20 22 5(33 ,700) .78

102—B—3 1300 185(27 ,800)

102—A— i 20 262(39 ,300)

102—A—i 20 245(36 ,800) .31

102—A—i 1400 78(11,700)

l02—B—2 20 227(34 ,090)
.30

102—B—2 1420 69(10 ,300)

102—C—i 16 hrs 20 26 5(39 ,700)
l40 0 C

102—C—2 20 252(37 ,800) .65

102—C—3 20 240(36,000)

102—C—4 1370 169(25,300)

i02—C—5 1370 158(23,700)

102* MgO 1700 C 20 427(64 ,000)
lhour

102* 20 301(45 ,200)
.20

102* 1370 72(10,800)

114—A—i Y203 20 215(32 ,200)

i14—A—2 20 225(33,700) .39

114—A—3 1370 92(13,760)

114—A—4 1370 79(11,800)

* Saupies cold pressed at 333MPa ( 50,000 psi) all others cold pressed at 67 MPa
(10,000 psi)
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Figure 40. High t emperature strength behavior of #102 Siaion with
data on aged #102 materials , #128 Sialon and Zr0 2 and
Y203 Sialons added . (All in 4—point bending) .
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formation . (Since the lower knife edges of the apparatus are A1203, some de-

fo rmation at high temperature may not be definitely correlated with the sialon

specimen.) It appears that zirconia—sialon may be sufficiently refractory and

f ree from “glassy” fi lms at gr ain—boundaries to avoid plastic defo rmation under

these test conditions . It is also apparent that aging of #102 material has also

altered the nature of both the “glassy” boundaries and the crystalline struc-

ture of that material sufficiently to also exhibit improved high temperature

behavior.

Composition #102 material cold pressed at high er pressures

333 MPa vs 67 MPa (50 ,000 psi vs 10 ,000 psi used earlier) sintered to higher

densities and exhibited higher strengths , 300 MPa — 427 MPa (45 ,000 — 64 ,000 psi) .

However , as before , the st rength at 1370 C was reduced to 72 MPa (10 ,800 psi) for

a strength ratio of 0.2 which was typical of this low—S i3N 4 content material

and is , no doubt , due to the excessive glassy content in these bodies .

Compositions with increased Si3N4 content were , therefore ,

p roduced and their mechanical propert ies evaluated . Althcugh compositions

• #124 , # 127 , and #128 sintered to high average density , their micro—structure

suf fe red from localized pore agglomeration and exhibited corresponding low bend

st rength . Figure 41 shows the fracture surface of a specimen of sialon #128

b roken at room temperature; as can be seen , the fract ure initiated at a large

pore 25 u r n  diameter . The use of Borundum (mineralized A1203 containing MgO)

in conjunction with both Zr02 and Y203 was beneficial in promoting sintering

of #127 but the hi gh temperature strength improved only slightly over that of

#102 mater~a1, indicating the pe rsistence of 3 glassy grain bound ary phase.

The f ailure mechanisms at high temperatures was slow crack growth characterized

by a significant amount of “plastic” strain occur ring at constant load . If

the load was removed , the specimen was permanently defo rmed and on occasion is

pa rt ial ly cracked . Figure 42 is a typ ical fractu re pattern showing an initial

rough intergranular fracture path followed by smooth (predominantly transgranular)

failure .
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Figure 41. SEM image~ of a fracture area of 
#128 Sialon showing

fracture initiatIon site at a large pore.
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d’ Young’s Modulus

The Young ’s Modulus of some typical sialons were measur ed u sing a

sonic resonance technique and are shown in Table £5’.

TABLE 15. ELASTIC MODULUS AND DENSITY OF VARIOUS SIALON COMPOSITIONS

Composition Elastic Modulus Density gm/cc

___________ 

(MPa) (PSi) 
______________

SM—iS 111 x io~ (33.3 x 106) 310

102 210 x i03 (31.6 x 106) 3,10

124 210 x ~~ (31.6 x 10
6
) 310

127 218 x 1O3 (32.8 ~ io~ 3.20

128 243 x ~~ (36.4 x 106) 3.03

129 249 x 1O3 (37.4 x 106) 2.96

These values are consistent with those reported by Wills et al ( 38)

and Lange (11) 
f or pressureless sintered sialons and as expected show an increase

in modulus with increasing silicon nitride content (and reduction in glass content).

(e) Oxidation of Sialons

Table 16 is a summary of the milled sialons which underwent oxidation

testing. Specimens 2 nun thick by 16 mm square of each material were polished ,

• measured, weighed and suspended by platinum wires in an alumina boat. Four

samples of each material were included so that oxidation rates at 1400°C in air

could be studied for 1, 10, 100 and 1000 hours . Some cycling tests were made to

further survey oxidation characteristics. The data are shown in Figure 43. The

oxidation behavior is similar to that exhibited by hot pressed silicon nitride (9,39)•

The data for #128 material shows a steeper dependence than the earlier sialons

• which contained less Si3N4 and correspondingly higher glass content. The reason

for this is not clear, however, the result is consistent with the studies by

Singhal and Lange 
(40) which showed that the weight gain of sialons was dependent

on A1203 content and was in the same order as shown here.
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Figure 43. Oxidation behavior of Sialon materials in still air at1400°C.
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TABLE 16. COMPOSITION IN WEIGHT PERCENT OF SIAL ONS
USED DURING OXIDATION STUDIES

Sample II Si3N4 A1203 Sb 2 MgO Zr02 Y203 AiM Balance*

102 40 51 6.6 1.2 15 1.2

lO8A 40 48 9.0 1.8 15 1.2

110 40 49.9 6.6 3.0 15 .6

114 40 49 6 5 15

115 40 49 6 5 15

128 64 26 .9 . .6 8.5

* Balance is made up of CaO , Fe203, Ti02, etc.

Figure 44 is an z—ray trace of the glassy—appearing oxidation

product formed on #102 material. The coating was smooth , uniform, tightly ad-

herent, and did not spall for this test condition. The data show that the

oxidation product is primarily mullite. X—ray diffraction of all the milled

specimens showed that mullite was the only detectable crystalline phase regard-

less of starting composition or additives under these oxidizing conditions.

Temperature cycling was conducted over a 100 hour time span for

100 cycles. The cycling apparatus and furnace(at 1400 C in air)were coordinated

so that 20 minutes were spent at temperature with a 10 minute travel time in and

out and a 20 minute hold at room temperature. The results are shown in Table 17.
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Figure 44. X—ray diffraction trace of layer formed during oxidation

of Sialons showing mullite as the only detectable
crystalline phase but also evidence for amorphous
material in the broad background distortion.
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TABLE 17. CYCLIC OXIDAT ION BEHAVIOR OF SEVERAL SIALON COMPOSITIONS

Specimen I Initial Vt (a~s~ Final Weight (ama) Vt Change (gin)

#102 1.0996 1.0081 —0.0915
#114 1.0012 0.8264 —0.1748
#115 0.83.85 1.1078 +0.2893
#128 1.084 1.084 —0—

The data indicated that for the compositions richer in the glassy

second phase (#102 and #114) there is evidence for loss by spalling of the coating

due to a slight loss in weight perhaps due to formation of cristobalite. However,

the naillite coatings remained intact for these compositions so that additional

sialon was not oxidized during the 100 hour cycling exposure. The oxidation film

of the #115 sialon (containing Zr02) which contained nnillite apparently did not

• maintain its protective integrity and thus was able to oxidize further during the

cycling exposure as indicated by a weight gain. Sialon #128 which has a greater

S13N4 content showed that a stable 
nnillite-.containing oxidation layer had been

formed which was immune to damage under these cycling conditions. Visual

examination indicated that all the coatings were unaffected by the cycling exposure

and no gross changes in the coating appearance could be detected.

f. Electrical Properties of Siplons

The electrical properties of silicon nitride materials, specifically

the dielectric constant and loss tangent, have generated interest in the material

for construction of radomes for operation in high temperature erosive environments

where alternate materials are inadequate. Reaction sintered S13N4, CVD—Si3N4,

and hot—pressed Si3N4 have all been considered as potential radome fabrication

routes~
41
~ . The advantages of sialons for this application are twofold. First,

the ease with which radome shapes may be produced by conventional ceramic pro-

cessing techniques and densiuied by pressureless sintering. Second, the ability
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to tailor the electrical properties of the sialon by varying the composition

over a wide range from high—Si3N4 content to high—A1203 content.

Work at CE has shown that sialons exhibit a pronounced Restrablen (42)

reflection at about 10 microns in their reflection spectra but this reflection

is not as pronounced as in hot—pressed S13N4 or in CVD Si3N4 
(42)~ As with the

electrical properties, the reflection can be tailored in amount, and to a certain

degree in wavelength, by tailoring the composition of the sialon . Figure 45

shows a comparison of the specular reflectance of mechanically polished samples

of two different siaions (#102 with 45 W/O Si3N4 and #129 with 83.0 W/0 Si3N4)

and hot—pressed S13N4 (Norton NC—132). The reflectance maxima are proportional

to Si3N4 content hut also relate to other factors such as porosity and surface

finish which were not identical in the three samples shown.

Sialon #102 was evaluated for comparison purposes in a laser thermal

shock environment in a separate program~
43

~ . It was found that, under the test

conditions employed , the sialon material was superior to all the glass—ceramic

materials evaluated and was second only to fused silica in this thermal shock

environment and retained its favorable dielectric properties and microwave trans-

mission properties during severe temperature excursions under laser irradiation.

Dielectric properties of a number of Si3N4—based materials, including

several sialons produced on this program, have been made by Wes tphal of MIT for

AFML~
44
~ . The data were obtained on discs of material placed in a circular

cross—section waveguide by measuring the phase shift and attenuation over the

t emperature range 20—800 C. Desirable properties for radome applications are

low dielectric constant with a small temperature dependence and low loss tangent.

En other studies , some relation between purity of the Si3N4 powder material and

resultant properties was evident~
44

~ but there are several other variables which

may influence behavior.
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Table 18 summarizes the dielectric properties of sialons made at AFML

by sintering and hot pressing and for commercial hot—pressed and reaction

sintered Si
3
N4 (all data measured by Westphal at MIT)~

44
~ . The data indicate

that the sintered sialons produced on thisprogrant have acceptable properties

F despite the use of impure Si
3
N4 starting powder (AME commercial grade). This

may result from a fortuitous compensation of impurities in both donor and

acceptor states but may also relate to favorable highly crystalline microstruc—

ture and low glass content of the CE materials. (Sialon #102 for example bad

a dielectric constant of 8 and a loss tangent of 10 x lci4 at 10 ~iz
Figure 46 shows the dielectric constant as a function of temperature. The

accuracy is about ~~~ so the indicated trends with temperature may not be correct

except in the case of the GE materials where the measurements were repeated by a

higher accuracy technique. The original measurements indicated less than 1%

change between 20 and 800°C. The dielectric constant for the GE—128 and GE—130

sialons (compositions given in Table 12) are similar to that of 182—C which

was prepared at APMJ. from a high purity S1
3
N
3 
powder (Sylvania). Figure 47

shows theloss tangent as a function of temperature: the sialons produced on this

program showed both a low loss and a low sensitivity to temperature. The lowest

loss tangent measured on sialons produced at AFML was associated with high purity

powder (Plessey) whereas material produced on this program has equally low

dielectric constant and is apparently insensitive to the relatively impure (AME)

starting powder.

The properties described above for these developmental sialon materials are

significantly better for radome window materials than other forms of S1
3
N
4 except

perhaps the CVD materials~
4
~~ which are presently difficult and costly to produce.

This suggests that $‘—siaions warrant further study for these applications.
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Figure 47. Loss tangent as a function of temperature for several
Sialons and hot—pressed S13N4 (data obtained by Westphal
of MIT for AFML).
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Several samples produced on this program are being evaluated at AFML 
under on—going

programs to determine the potential of eialons in the radome environment . Because

of this interest in radome applications, the fabrication of radome shapes 
was

emphasized in the latter part of this program and is described in more 
detail

in the following section.

3. Hardware Fabrication

a. Radome Shapes — by co1d~pressing and slnterin& p~ocedures

Dielectric constant and loss tangent measurements on sialon

compositions indicate that this family of materials should be considered for

radome applications for systems in which S13N4 is currently being considered as

a cand idate material for enhanced erosion protection and where silica or glass

ceramics have been found to be inadequate. Therefore , radome and IR dome shapes

of sialon materials were fabricated to demonstrate the ability to produce complex

shapes from these materials by conventional ceramic processing techniques and to

fire such shapes so as to develop acceptable properties in the densified radomes.

An unpolished final fired IR dome shape formed from #102 sialon composition is

shown in Figure 48. These shapes were pre—formed by a light pressing 7 MPa

(1000 psi) in a graphite die, extracted, sealed in a polyethylene bag and

hydrostatically pressed a.t 67 )fPa (10,000 psi) . Final firing was performed

following the normal procedure described in Section IIC.

b. Radome Shapes — by slip casting procedures

Conventional ceramic slip casting operations require porous molds

and a stable sup with favorable rheQiogical properties. Female molds of a

radome shape were made using pottery plaster and a metallic male form was

produced conforming to a hemispherical dome shape. The dimensions were ex-

panded 20% over those of an “actual”radome configuration to account for shrinkage

during sintering.
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Figure 48. As—Fired JR dome shape made from #102 sialon
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Since sialon powder mixtures react in aqueous solutions , a non—

aqueous slip was developed using Lsopropyl alcohol as the liquid media. Orange

shellac was found to be both an excellent defloculant and binder for the slip

and was used throughout the study (5 gins shellac per 100 ml alcohol was the

standard mixture employed). Stable slips containing 50% by volume of solids

were easily made. Some difficulty was experienced in removal of the shapes

from the molds despite use of various “parting” aids. Also, slips of low

viscosity (and thus low volume fraction slalon powder) shrank excessively

during drying and produced shapes with radial cracks. The problems of

separation of the casting from the mold were overcome by forming a liner of

double—knit cotton cloth “rigidized” to conform to the mold shape with corn

starch. Fortunately, the slip was thixotropic so that slips of high solid

content could be cast if constantly agitated. Figure 49 shows slip cast radome

shapes produced from a #102 sialon composition using this method.

c. Radome Shapes — by “ 
jiggering” procedure

Although slip casting proved to be a viable method for forming

radoine shapes the prospect of “Jiggering” these shapes using very viscous

(clay—like) mixes also appeared feasible. Shellac/alcohol mixtures of 200 gin!

1000 ml. were used as the basic vehicle. A ratio of 3:1 by weight of sialon

powder mix kneeded with the shellac/alcohol mix made an excellent workable

“clay” for “jiggering”. The slip casting mold lined with cloth was used as

the forming die and another male form also covered with cloth formed the inside

cavity. The procedure was then to place the lined mold on a vibrating table,

• add the kneeded sialon “clay”, start the vibrator table, insert the cavity

forming die, jiggering the shape while the “clay” was thixotropic, then stopping -

the vibrator to “freeze” the radome shape. The inside mandrel was then removed

and as the shape dried , the cloth was peeled away from the shape and lifted froo the
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F Figure 49. Slip cast radome shapes made from Sialon materials.
(Shown after binder removal ready for final firing) .
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mold cavity. After air drying the radome shape for 48 hours, the shellac was

removed by burning in air at 400 C.

The “jiggering” technique was used to make larger radar dome

shapes shown in Figure 50(a): the metal forms for making the plaster molds and

cotton mold liners are shown in Figure 50(b). Various sections cut from the

apex of this shape were fired since the full—sized dome was too large for the

available furnaces.

IR dome shapes which were about 4” in diameter in the green state

were fired successfully. As—fired , unpolished pieces are shown in Figure 51.

• These domes were coated with the parting layers described in Section lI—C and

were fired to 1770 C for one hour in N2/H2.

d. JT79 Turbine Blade Shapes — Inlectjon molding procedures

An obsolete JT79 injection molding die was obtained from the GE

Small Aircraf t Gas Turbine Department in Lynn, Mass. to develop a molding pro-

cess for sialon turbine shapes. The experimental set—up used is shown in

Figure 52 and a typical molded shape is shown in Figure 53. The sialon—vax

mixture was loaded into the upper mold shown in Figure 52, heated to 65 C and

injected within 2 seconds into the lower cold die. Shapes containing 55 volume

percent sialon were readily formed by this procedure. A fired sample of a #102

sialon blade (minus the shroud portion) is shown in Figure 54.

4. Deliverables

F Figure 55 shows fired samples of sialon composition #128 on the right

and two of #129 on the left which were originally hydropressed to 400 MPa

(60,000 psi) by AFML . These samples were fired at GE and shipped to AFML for

cutting into specimens for further evaluation. Similar slabs 1.5” x 1.5” x 1/8”,

1/4”, and 3/8” thick (8 of each thickness) were shipped to AFNL for evaluation.
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Figure 50. (a) Netal forms , plaster mold and cotton liners used
to “jigger” radome shapes , (b) radome shape formed by

“j iggering ” technique .
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Figure 51. Fired IR dome shapes produced from Sialon compositions.
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Figure 52. Photograph showing material container positioned ready
for injection into mold for formation of turbine blade
shape.
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Figure 53. Injection molded Sialon—wax .3T79 turbine blade.
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Figure 54. A Sialon 3T79 blade aftering firing to 17000C for 2 hours
(minus shroud portion).
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Figure 55. Fired Sialon # 128 body on right and two Sialon #129 bodies on lef t
before machining into flat plate specimens for laser irradiation
and rain erosion testing.
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Additional specimens produced on this program have been shipped to

GE Aircraft Engine Group and to CE Gas Turbine Department for evaluations in on-

going programs to evaluate ceramics in corrosive and erosive environments where

ceramics show potential for app lication in advanced gas turbines . Also a series

of cubes have been prepared for fabrication of balls for evaluation in a ceramic

bearing~
46
~ . Evaluation of these and other specimens are continuing and will

be reported elsewhere on other relevant programs.

SECTION IV

CONCLUSIONS

Preliminary experiments pointed to an important parameter which was re-

ferred to as mineralization and which appears to be an important mechanism in

the effect ive sintering of sialon compositions . As was shown , mineralization

could be accomplished by many paths including pre—reaction of sialon composi—

tions by pre—fir’ing and/or firing and regrinding; by comminution of separate

elements of a composition and picking up mineralized material in each through

contamination; and by contamination of the mixture through hydrolization of

A1N and Si3N4 constituents while simultaneously adding mineralized contaminants

-j  from mill wear. It was difficult to separate these processes and, therefore,

It was d i f f icult to gain complete control of their effect on the sialon pro —

ceasing. However, an appreciation that such processing variables exist and a

knowledge of their magnitude was employed to manipulate their influences on

the ultimate batch composition and was utilized to achieve high densities in

sintered sialon bodies. It was also apparent that If contamination were not

completely controlled , then the role of “sintering aids” could not be correctly

interpreted since these studies showed that very small amounts of mineralized

MgO can be extremely effective even for sialons of high Si3N4 concentration

when the mixes are highly milled (and presumably considerably hydrolized). It

is further apparent that strict adherence to “phase diagram” composition is

3.13 
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virtually impossible without awareness of these influences , and the direction

in which they all , separately and collectively , can move the assumed com-

position toward the eventual fired composition . For example , the addition of

AIN to sialon compositions retards sintering unless the sintering aid is

mineralized and/or the A1N particles become sufficiently hydrolized to delay

their “adverse” reaction of liquid elimination during the initial phases of

sintering. It has been shown that pressureless consolidation of Si3N4 systems

is difficult and perhaps not possible without a liquid phase so that reactions

which restrict liquid formation must be retarded (at least in the initial

stages of sintering in order to permit the material to densify). The Si3N4

system is further complicated by the instability of S13N4 at the high tempera-

tures where rapid densification is possible. At these temperatures a signi—

ficant dissociatioflpressure of nitrogen exists which can be aggravated by

surrounding liquid reactants . This can lead to significant material loss

during sintering, excessive bubble formation , or the random presence of largc

pores which tend to limit the strength of fired specimens. Techniques were

developed to minimize these effects by coating the specimens during firing with

layers of A1203 and combinations of S13N4, A].203 and A1N and then firing the

coated specimens loosely packed in sialon—type coarse—grain powder materials

in a N2/H2 atmosphere.

The very mechanisms which allow the attainment of high density in Si3N4

systems also affects the high temperature behavior of the products and most

of these materials suffer from excessive creep at temperatures above 1200 C

because of the viscous behavior of residual glassy second phases. The ability

to minimize the influence of these unfavorable second phases by aging treat-

ments (to encourage crystallization) and/or reduction of quantity by incor-

poration into the fired sialon structure was the primary goal of this program.
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The elimination of the liquid phase at high temperatures has recently been

termed “Transient Liquid Phase” sintering by Layden(~~) and has been employed

in similar sialon studies to produce dense specimens under controlled small—

scale conditions.

The properties of the sialon compositions fabricated during the program

were comparable to those in the literature and reported in similar programs

in terms of thermal expansion, oxidation resistance , strength and modulus.

Exceptionally high strength was not consistently achieved . However, it is to

be noted that the primary goal of this program was to develop processing tech-

niques for sialon materials which could lead to their use in practical large—

scale operations. Thus, mechanical properties were measured on bulk samples

suitable for the fabrication of sizeable articles and were not in individually

fabricated small test bars. Further work is required to refine the processing

to reduce random porosity which was the predominate strength—limiting flaw

observed during this work.

Ceramic processing techniques were developed which were based on

conventional ceramic technology and were of sufficient scale to fabricate

examples of radomes and JR—domes and turbine blade shapes without regard to

starting powder or material suppliers resources. Further, no size limitations

were encountered other than those imposed by available hydropressing facilities

and furnace chamber capacity . Specimens suitable for further evaluations of 
—

rain erosion, radar response , reflectivity, hot corrosion, etc. were

readily fabricated and are the subject of on—going test programs. 
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